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Anhui Clean Energy Co.Ltd JL-QMS-131
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Batch inspection quality certificate for seamless steel cylinders
SURH S Cylinders type: _WGII1279-80-17.2A #3541 /i Filling medium: _1G-541
7= i E5 Product drawing no:  LD-QP1.TY-B-05-01

JEEFB45 1 Bottom structure:  MIMIEE O#EE OMKE OH K OXUE

fil3& Y ATiES 5 Manufacturing licence number: TS2210K24-2022
illi% $.47 Manufacturing company: Anhui Clean Energy Co., Ltd.
A4t 5 Batch No.: HB035 fili& H ¥ Manufacturing Date: _2021.04

P bR EA S Standard: _GB/T 5099.1-2017

AMBEREM__ 001 SF 2005  AKSH_200 H.
T Remark: Atk & 4% <UL R4 F 535 This batch cylinders don’t contain following
number: 001 (/7% PEREIRLE) . 002 GKEBEHIAE)

1 FEEF AL Main technical data

K TAEES (MPa) e KERIEE S (MPa) be X
Nominal WP ' Hydrostatic TP ;
AFRAKBFR (L % SEREE S (MPa) b
Nominal Volume Leakage TP '
INFh B 4 .
LHEE (mm) 279 BB (mm) 7.3
Nominal Diameter
2 FEFE Main Material
%5 Type FFR. S Name S, U Type
WA KL Cylinder Material | 34CrMo4 TC4%40% seamless steel tube $279%7.8

3 AW EME 52543 Cylinder Material Chemical Composition

JG% Element G Si Mn Cr | Mo S p S+P Ni Cu
o 0301 015 0.60 1°0:90 | 015
B EY%
AQL o G 5 B iy <0.010 | <0.020 | <0.025 | <0.30 | <0.20
0270235 [%0.90"171.20 {'0:30
KERER% | 535 | 0,26
Actual '1 '2‘ 0.67 | 1.02 | 0.19 0.002 0.007 0.009 | 0.032 | 0.041

Content
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4 7171 fE Mechanical Property

AL 75 50 Heat Treatment Method

% K _Quenching + [A] k. Temper

JE R 5
o 46 10 H PrhroRE Yield W7 )5 e U 75 Bend
Inspection Tensile Strength Strength Elongation Impact value N 180°
Item Rm (MPa) Rea A (%) akv (J/em?)
(MPa)

GitREAQL | >910,<1100 >770 >14 w®/h>32 | F>40 o

Sl 45 i

1003.25/1005.51 | 911/912 15.7/15.3 88 92 Acceptance

Actual Results

5 Ji& AR

#l Bottom Anatomy

HAEfL R RIEE . RYL RESHG, SRR o ERREESR,

6 JKESRE RIS Bursting Test

45 Serial No.:

ZH R 2R B ARG/ & GB/T 5099.1-2017 K7k i1 E 5k,

HB035002 SEil#K J /1 Bursting Pressure:
HRBE I Shape of crevasse: JBYEMIZY, Tome B TR A AR HE TSR

CLi

71.44 MPa

After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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