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After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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AKERREES (MPa)

15 _ 22.5
Nominal WP Hydrostatic TP
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Nominal Volume Leakage TP
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I Cylinder Material | TE4E4NE seamless steel tube 37Mn | - [ $267%6.0
3 HRE M ML 4 Cylinder Material Chemical Compositidn ’
T - si | mMn | c [Mo| s P | s+ | Ni | Cu
Element
A FE AR TEY .34~ | 0.10~ | 1.35~
ARE% | 03 <0.30 | / |<0.010 | <0.015 | <0.020 | <0.30 | <0.20
AQL 0.38 0.30 1.75
FhrE %
Actual 0.350 | 0.224 | 1.518 | 0.078 | / 0.001 0.009 0.010 | 0.025 | 0.023
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