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Batch inspection quality certificate for seamless steel cylinders

Wz 11267-70-15A

LS Cylinder type:

= 0945 product drawing No.:  LD-QP1.TY-J-02

(2021.07.15)

i 445 1 Bottom structure:

43 VE AT E 4% 5 Manufacturing licence number:

MM O3 OMNER OH K OXUE D

T152210K24-2026
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1 FEH AR HIE Main technical data

AMRITIEES (MPa)

KEREES (MPa)

15 . 22.5

Nominal WP Hydrostatic TP
APRIKER (L - SERBES (mPa) -
Nominal Volume Leakage TP
INFA R 42 .
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5 Type
UHF K} Cylinder Material | To4&4N% seamless steel tube 37Mn 1 ¥ /0267x6.0
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C Si Mn [ ¢ Mo S P S+P Ni Cu
Element
atetrdE% | 034~ | 0.10~ | 1.35~
<0.30 | / |<0.010 | <0.015 | <0.020 | <0.30 | <0.20
AQL 0.38 0.30 1.75
Pzbr & %
Actual 0.350 | 0.224 | 1.518 | 0.078 | / 0.001 | 0.009 0.010 | 0.025 | 0.023
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