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Batch inspection quality certificate for seamless steel cylinders

ALY Cylinder

7= 5 5 Product drawing No.:  LD-QP1.TY-B-05

type:

WGII279-90-23.2A

Ji& 5045 1) Bottom structure:

$1i&E 5 ol 1E 4% 5 Manufacturing licence number:
H1/i& #2147 Manufacturing company:

(2021.11.11)

BER Ofiviee OME OH 2R OX0RH
152210K24-2026

—

LR e TR 1 PR 22 ] Anhui Clean Energy Co., Ltd.

474t 5 Batch No.: NB032 #13& H 1 Manufacturing Date: _2024.01
= S ARMEIR 5 Standard: _GB/T 5099.1-2017
AR AL 94 R, HSHA_001  SFE_094 5
SRS R LT It IR S AU
Number Thread Filling medium Qualified quantity
NB032003-NB0322094 PZ39 1G-541 92

W Remark: Z<itt & 18 S0 P AN A T SIS This batch cylinders don’t contain following

number:

001 (F7EMERgIREY) « 002 OKERHAL)

1 FEHARHAE Main technical data

AMITAIEES (MPa) o KERRE S (MPa) .
Nominal WP = Hydrostatic TP S
ARAKER (L %0 SERRES (MPa) -
Nominal Volume Leakage TP '
g 2 B 279 WHEEE (mm) 7.3
Nominal Diameter

2 FE4E#E Mmain Material

£S5 HLES Type

5 Type . S Name-
M E} Cylinder Material | 34CrMod4 JG4EHE seamless steel tube 0279x7.8
3 Y ML 2 %43 Cylinder Material Chemical Composition
JLZ: Element | C Si | Mn | Cr | Mo S P S+P Ni Cu
- 0.30 | 0.15 | 0.60 | 0.90 | 0.15
e vadE%
AQL . b - - = <0.010 | <0.015 | <0.020 | <0.30 | <0.20
0.37 | 0.35 | 0.90 | 1.20 | 0.30
LR it%
’ i 0.33 ) » ‘ ;
Actual .29 | 0.77 | 302 | G.40 0.004 0.008 0.012 | 0.019 | 0.025
5 5 4 7 5
Content
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4 /1% 1EE Mechanical Property

AT 77 58 Heat Treatment Method

% & Quenching + [A] X Temper

_ . JRARSREE | y
SRR P 98 _ W )5 {3 i e ,
‘ , Yield 275 Bend
Inspection | Tensile Strength | . Elongation Impact value g
i Strength 18
Item Rm (MPa) o A (%) akv (J/em?)
Rea (MPa)
aietrdiAQL | >910,<1100 >770 >14 f/h>32 | F¥240 |
(=]
o 1015.8/1037.3 | 931.3/949.7 | 15.6/15.5 82 87 | Acceptance
Actual Results

5 Jik#f#E] Bottom Anatomy

KL, S RIGE. Ry LBESRE, SURRRTFEEFRER.

6 KEEFIALE Bursting Test

%% 5 Serial No.: NB032002 sil|### /% /7 Bursting Pressure:
J i 1 Shape of crevasse: YA{EIE \

, A

it AR AR 1T & GB/T 5099.1-2017 1RHEMZER, &%
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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