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Anhui Clean Energy Co.Ltd.

4 J1% 1Lk Mechanical Property

4401 7 55 Heat Treatment Method
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6 KEAFEIRLE Bursting Test

4%'5 Serial No.: NH008002 SEifll4#% & /7 Bursting Pressure:
17 0 Shape of crevasse: 1 2
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After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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Batch inspection quality certificate for seamless steel cylinders

UYL S Cylinder type:
J & Product drawing No.: LD-QP1.TY-J-02
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4 P24t S Batch No.: _NH008 #1)i#& M ] Manufacturing Date: _2024.02
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Number Thread Filling medium Qualified quantity
NHO008003-NH008202 PZ27.8 N2 200

7 Remark: A A S P AEE TS This batch cylinders don’t contain following

number:
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1 FEHAR¥AE Main technical data

K TAEET (MPa) ” KERKE S (MPa) -
Nominal WP Hydrostatic TP
ARAKER (L - KE R ES (MPa) "
Nominal Volume Leakage TP
SR M) 267 R (mm) 5.4
Nominal Diameter

2 E4&HE Main Material

RS, #& Type

%7 Type Z ¥ 'S Name
1K Cylinder Material | To4%4NE seamless steel tube 37Mn $267x6.0
3 KA ML ¥ 4> Cylinder Material Chemical Composition
TR C Si Mn Cr | Mo S P S+P Ni Cu
Element
EHetadE% | 0.34~ | 0.10~ | 1.35~
<0.30 | / | <0.010 | <0.015 | <0.020 | <0.30 | <0.20
AQL 0.38 0.30 1.75
PMUNCS v
Actual 0.354 | 0.265 | 1.554 | 0.092 | / 0.005 | 0.012 0.017 | 0.031 | 0.029
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