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Anhui Clean Energy Co.Ltd.

4 J)*¢4LfiE Mechanical Property

LA J7 5 Heat Treatment Method

¥k Quenching + [11] ‘X Temper

— ISR
SIS T E ih - It J (i Mt
R ).ti b.nﬁs‘ill{ Vield W )i fif4< % htidi 475 Bend
Inspection Tensile Strength s h Elongation Impact value 180°
tren
Item Rm (MPa) gt A (%) akv (J/em?)
Rea (MPa)
attbriEAQL | >910,<1100 >770 >14 fih>28 | P35 | W
L5 R 3
1039.2/1020.3 942.5/938 15.5/15.1 85 88 Acceptance
Actual Results

5 JEK#% Bottom Anatomy
E4afl. . RIGE. RO KEFRE, SRR & BFEER.

6 7KEMEBAL Bursting Test

435 Serial No.: NB037 002 =:ill45#% [E /7 Bursting Pressure: 49.71 MPa

HERE 1 Shape of crevasse: JtEWIE, T, ORI SIRAEEK.

EZHE MR TR TS GB/T 5099.1-2017 HRAEMME R, &
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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Anhui Clean Energy Co.Ltd, JL-QMS-131
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Batch mspection quality certificate for seamless steel cylinders
WGII279-70-17.2A
b I‘J & Product drawing No.: LD-QP1.TY-B-2214 _ (2022.12.12)
(i B O ONEE OH K OXUED
’Hh_il'}- i 1iF 4% 5 Manufacturing licence number: 152210K24-2026
#1i8 YL4Z Manufacturing company: L #UR AN T {1 22 5] Anhui Clean Energy Co., Ltd,

UL 5 Cylinder type:

#5 1) Bottom structure:

H: 741t 5 Batch No.: NB037 #13% H W Manufacturing Date: _2024.01
= b iRE{C S Standard: _GB/T 5099.1-2017
ARARELAEMIE 202 K, H/SM_001 SF 202 5
K5 i3 AR CRIEIRVE
Number Thread Filling medium Qualified quantity
NB037003-NB037202 P227.8 Pkt 200

7T Remark: Atk & &P AR E THHS This batch cylinders don’t contain following
001 (A1FHEAERER) . 002 GKEMRRIRLR)

number:

1 F EH AR EAE Main technical data

AMRITAEEA (MPa) s KERSEE S (MPa) o
Nominal WP Hydrostatic TP
AFKER (L - EREE A/ (MPa) -
Nominal Volume Leakage TP
RREE (mm 279 SHEET (mm) 6.0
Nominal Diameter

2 E{A#E Main Material
25 Type

2. 'S Name RS, M Type

{RILALE Cylinder Material | TEAE1H'E seamless steel tube 34CrMod $279%6.0
3 M ML 22 4 Cylinder Material Chemical Composition
JU# Element | C Si | Mn | Cr | Mo S P S+P Ni | Cu
- 0.30 | 0.15 | 0.60 | 0.90 | 0.15
aiEtRE%
AQL i = ~ ~ B <0.010 | <0.015 | <0.020 | <0.30 | <0.20
0.37 | 0.35 | 0.90 | 1.20 | 0.30
KPR g 1%
.33 | 0.28 ! ‘ 0.20
Actual . OJ8 | 308 0.002 0.012 | 0.014 | 0.045 | 0.030
5 5 3 7 5
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