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times, cylinder has no leakage.
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After inspection and tests, Products of this batch are according to the requirements of GB/T
17258-2022 and acceptable.
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Batch inspection quality certificate for Steel cylinders for the on-board storage of compressed
natural gas as a fuel for automotive vehicles

VAL E Cylinders type: _CNG1-279-30-20T
7 5594 product drawing No.: LD-QP1.TY-B-2331(2023.07.21)
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H3% V7 AT E 4% 5 Manufacturing licence number: TS2210K24-2026
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NB023003-NB023202 PZ27.8 CNG 199
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2 F{&#t¥} Main Material

%51 Type 27, kS Name RS, K Type

P E Cylinder Material | E4E4NF seamless steel tube 30CrMo ®279x7.0

3 WM ML L4 Cylinder Material Chemical Composition

7. 7% Element C Si Mn Cr Mo S P S+P Ni Cu

ietidE% | 0.26~ | 0.17~ | 0.40~ | 0.80~1. | 0.15~0.

<0.005 | <0.010 [ <0.015 | <0.30 | <0.20
AQL 0.33 | 037 | 0.70 10 25

ar = 4
Febr 5 fik% 0.273 | 0.305 | 0.627 | 0.995 0.182 0.002 0.007 0.009 | 0.031 | 0.029
Actual Content




