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Anhui Clean Energy Co.Ltd.

JL-QMS-131

U5 Cylinder type:
i8S Product drawing No.: LD-QP1.TY-1-02
JiE ¥ 45 ¥4 Bottom structure:
138 ¥4 AT E %% S Manufacturing licence number:

%i %7 NO: ZMSNI1002
VIR Y s 4 R SR S AN B R 60 o B e W 5
Batch inspection quality certificate for Steel cylinders for the on-board storage of

compressed natural gas as a fuel for automotive vehicles

CNG1-229-30-20T

(2023.05.24 )

OMER @aEE OHRE OXUfH
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1) 3 ¥ {7 Manufacturing company : % {43 3 fil: 5 i £ 41 R 24 5] Anhui Clean Energy Co., Ltd.

4774165 Batch No.: _NI002 #1385 A 33 Manufacturing Date: _2024.03
= bR/ S Standard: _GB/T 17258-2022
AMEERESRRTRMIL 203 R, %SM_001 5% 203 5
bt ] BREL 46 A G AR
Number Thread Filling medium Qualified quantity
NI002003-N1002203 PZ27.8 CNG 200

¥ Remark: A<t #% 44 7454 F5I%E E This batch cylinders don’t contain following number: 001 (/)
EMAERI) . 002 CKEBRBMEAEFRK) 203(FEEAFEFRR) *: #RYE GB/T 17258-2022 5
HERLE, SRELE 10 MR T R &R, KRB0 E A TEF R E & E > 30000 KK A
A=A MR SR, T A PRI 4R 2 AT LAVE> B4 10 M e R 1 R

1 FEEH AR ¥IE Main technical data

AFLIEES (MPa) 4 KERKE /1 (MPa) ”
Nominal WP Hydrostatic TP
AFRAKER (L) o SERKE S (MPa) -
Nominal Volume Leakage TP
~AFREZE (mm) 229 . WitEEE (mm) N -
Nominal Diameter Design Wall Thickness { . .«
2 F4A# ¥ Main Material LR A\
%5 Type %, S Name RS M Type
MR KL Cylinder Material | TL4EHNE seamless steel tube 30CrMo - 229x5.8
3 A BML 24 Main Material Chemical Composition: y
JG% Element | C Si [ Mn | Cr Mo S P S+P | Ni Cu
EHAFHEY% | 026~ | 0.17~ | 0.4~0 | 0.80~1. | 0.15~0.
<0.005 | <0.010 | <0.015 [ <0.30 | <0.20
AQL 0.33 0.37 ot 10 30
J PR %
Actual 0284 | 0252 | 0661 | 0944 | 0209 | 0.002 0004 | 0006 | 0014 | 0015
Content
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4 112 fiE Mechanical Property
AL 77 3\ Heat Treatment Method

K Quenching -+ [1] 2k _Temper

" . JiE IR 5 8L . .
RImH | hesm | L 1 e 4 ¢ bt .
, , Yield _ %% Bend
Inspection | Tensile Strength Strength Elongation Impact value 1807
P A (%) kv (J/em?)
Item Rm (MPa) Rea (MPa) 0 akv (J/em
P =
shisiiain >890,<958 >755 >14 | 28 | FH235
AQL ™
S &5 R '
Acceptance
Actual 940.1/933.6 851.4/854.1 15.5/13.3 80 81
Results

5. JKIMEE Bottom Anatomy

L4l . RIGE. WY KEFHME, SRR 6 EFER.
6. KEARHIAIE Bursting Test

%% 5 Serial No.: NI002 002 %&MEEEE VA Burstmg Pressure:
#RHE 1 Shape of crevasse: ¥4 W% j ;
7. WiRENIEH IR Amblent Temperature Pressure Cycling Test
%S Hoop-wrapped composite cylinder No.: _NI002 203

i3 & /1 1 PR Maximum Cycling Pressure: 30.00MPa

&35 & 77 F BR Minimum Cycling Pressure: 2.00MPa
R 4E R Testing Results:

WERMEERE 30564 K, HARTCHEREARE
Ambient Temperature inflating cycling to 30564
leakage and no burst.

54 92 MPa

times, cylinder has no

WA, W
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