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BRI MEL (A TR A H] JL-QMS-131
Anhui Clean Energy Co.Ltd

%t NO: ZMSNC023
VU2 AR R AR O J A 560 1l i W)
Batch inspection quality certificate for Steel cylinders for the on-board storage of
compressed natural gas as a fuel for automotive vehicles
SRS Cylinder type: _CNG1-232-40-20T
= 5 1845 Product drawing No.: LD-QP1.TY-C-04 (2023.07.25)
JE LK) Bottom structure: OMJEK EMAJEK OH K OXORA
#13& VF 7T UE4% %5 Manufacturing licence number: TS2210K24-2026
i3 9117 Manufacturing company: %2 % ) fit i { PR 23 7] Anhui Clean Ener.
4 4t 5 Batch No.: _NC023 #13& H %] Manufacturing Date: _2024.03
F= i rdEfR S Standard: _GB/T 17258-2022
AMKEMERRRTIMIE 105 1, HSMA_001 5% 105 5

KRS SR 3 A 10 ERLTiE e
Number Thread Filling medium Qualified quantity
NC023003-NC023105 PZ27.8 CNG 102

{E Remark: Z<itt & 8% 4 A& F5IHS This batch cylinders don’t contain following number: 001 (/)
FHARRKD | 002 OKEMRBRK) 104 (HREAFEHFRKD) ¥ R GB/T 17258-2022 bt HlE,

SRMELE 10 MER IR T H iR, W%k i E A IE Rk E8 & 3 2 4 30000 RE A WEF A £
IR SRR, W E A RS A S AT LA D B4 10 AN LRI 1 2.

1 FEHAR¥E Main technical data

AMIIEES (MPa) " KERKES (MPa) "
Nominal WP Hydrostatic TP
AHKER (L) " HERRES (MP) |
Nominal Volume Leakage TP 3
ARHEZ (mm) | 232 BitEEE (mm) 7N
Nominal Diameter ° Design Wall Thickness | - vig
2 F bk Main Material 2SS IR '
%35 Type : ZF. 5 Name RLE . ML Type
PR KL Cylinder Material | TE5E4E seamless steel tube 30CrMo 0232x5.8
3 FAMEMEL2: 4 Main  Material Chemical Composition
JL# Element C Si Mn Cr Mo S P S+P Ni Cu
aiiriE% | 0.26~ | 0.17~ | 0.4~0 | 0.80~1. | 0.15~0.
<0.005 | <0.010 | <0.015 [ <0.30 | <0.20
AQL 0.33 | 0.37 N 10 30
Aiﬁiﬁfm 0.276 | 0.256 | 0.660 | 0.940 0.198 0.004 0.004 0.008 | 0.011 | 0.018
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Anhui Clean Energy Co.Ltd

4 1L fik Mechanical Property

#4079 77 38 Heat Treatment Method

¥k Quenching 4 [l 'k Temper

. PSR Jirt iR 5 W s i 4 % it
KR H _ ‘ S ‘ /7 Bend
) Tensile Strength | Yield Strength [ Elongation Impact value
Inspection Item 180"
Rm (MPa) Rea (MPa) A (%) akv (J/em?)
AR bRl AQL >890,<958 2755 >14 fi1/h>28 SE4>35 A
1
S ‘
940.9/938.6 859.6/854.5 15.5/15.4 81 84 Acceptance
Actual Results

5. JEAAEF Bottom Anatomy

R . RIEA. WYL KBS, SRR S EEIER,
6. KIEMRIKALE Bursting Test

435 Serial No.: NC023 002 Sl $## [k /7 Bursting Pressure: __52.42 MPa
{7 1 Shape of crevasse: YAPEMIR, EF)T, BORRFEIFAETR,

7. ®EE N &R Ambient Temperature Pressure Cycling Test

404 5 Hoop-wrapped composite cylinder No.: _NC023 104

&3 & /1 £ PR Maximum Cycling Pressure: 30.00MPa

#&¥F K 7 F BB Minimum Cycling Pressure: 2.00MPa

R L5 B Testing Results:

WERMERKZE 30133 K, AT IR

Ambient Temperature inflating cycling to 30133 times, cylinder has no leakage and no

burst.

FH SR TR S GB/T 17258-2022 A7AEMI R, &8,

After inspection and tests, Products of this batch are according to the requirements of GB/T

BRI HRITA:
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