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After inspection and tests, Products of this batch are according to the
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Batch inspection quality certificate for seamless steel cylinders
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il 3& ¥4 Manufacturing company: #4352 4 71 BB 25 ] Anhui Clean Energy Co., Ltd.
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#1li%& B ) Manufacturing Date:
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& Remark: A#HEHRAMPARETIRS This batch cylinders don’t contain following
number: 001 (/7%APEREIRIR) | 002 CKEARBERE)

1 FEEAREAE Main technical data

AMRTIEEAS (MPa) 179 KERKES (MPa) _
Nominal WP Hydrostatic TP '
AFRKER (L - SERRES (MPa) -
Nominal Volume Leakage TP N
AMHEEZE (mm) 325 HEER (mm) - A
Nominal Diameter Design Wall Thickness '
2 E&HE Main Material
F 5 Type 2. 'S Name RS, MK Type
WA KL Cylinder Material | E5ENE seamless steel tube 34CrMod4 $325x7.2
3 EEMEHLZ RS Main Material Chemical Composition
JLF Element | C Si Mn | Cr | Mo S P S+P Ni Cu
“ibadE% | 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 PR [Py [y -
AQL 037 | 035|090 [120(030| 0 |~ s s
P it %
Actual 0.316 | 0.268 | 0.657 | 0.948 | 0.153 | 0.001 | 0.007 | 0.008 | 0.019 | 0.041
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