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%5 NO: ZMSNF035
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Batch inspection quality certificate for seamless steel cylinders
WGII325-120-17.2A

ELS Cylinder type:
7= 58S Product drawing No.: LD-QP1.TY-F-2113
JEE ¥ 45 ¥4 Bottom structure:
il 38 VF W IE 9% 5 Manufacturing licence number:

(2021.10.18)

#1385 JL47 Manufacturing company:

MMEE ONEE OHEE O30
TS2210K24-2026

/3] Anhui Clean Energy Co., Ltd.
474t S Batch No.: _NFO035 #13& H 1 Manufacturing Date: _2024.03
P FRMEIRS Standard: _GB/T 5099.1-2017
AR ORIE 196 R, HmSM_001  S5FE 196 5
SRS R4 B IR A
Number Thread Filling medium Qualified quantity
NF035003-NF035196 PZ39 1G-541 194

£ Remark: A& S A RS FFHIIES This batch cylinders don’t contain following

number:

001 (A% HEAERIE) . 002 GKEBRBRLE)

1 FEHAREHE Main technical data

AMIAEES (MPa) _— KERKE S (MPa) -
Nominal WP Hydrostatic TP
AFRKER (L - HERKES (MPa) _—
Nominal Volume Leakage TP
AFERZE (mm) 325 WitEEE (mm) o
Nominal Diameter Design Wall Thickness '

2 /&K Main Material

7 Type

gﬁﬁ\ Hﬂ% Name

RS, A Type

WAME#1EL Cylinder Material

T84 seamless steel tube 34CrMo4

0325x7.2

3 EEMEMELZ R4 Main Material Chemical Composition

JLZ Element C Mn Cr Mo S P S+P Ni Cu

E¥FrdE% | 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01

e <0.015 | <0.020 | <0.30 | <0.20
AQL 0.37 090 | 120|030 | ©

SR %
Actual 0.334 | 0.248 | 0.679 | 0.968 | 0.183 | 0.003 | 0.009 | 0.012 | 0.025 | 0.048
Content '
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4 1%

24 fit Mechanical Property

AL FE 7 3 Heat Treatment Method __ ¥ ‘K Quenching + [f] )k Temper
J i 56 S 4
KB iR IR POREE Wi e et el
Yieia f D u
Inspection Tensile Strength Elongation Impact value jpi.
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea(MPa)
afgtrfiAQL | >890,<1100 >755 >14 fh>28 | FH235 |,
. et
BRIELE S 934.3/935
1023/1020.7 15.3/15.4 90 91 | Acceptance
Actual Results 4
5 JE&TAZ & Bottom Anatomy
EgGTL. Kl RIBE. RO, ZEERMG, SHRRRHFEEFEEX.
6 7KELETK KL Bursting Test
%45 Serial No.: NF035002 St ill{##% & /7 Bursting Pressure: _ 51.93 MPa
$R7% 1 Shape of crevasse:
izt AR BEMRKIF & GB/T5099.1-2017 #RHERIER, k.

After inspection and tests,

requirements of GB/T 5099.1-2017 and acceptable.

Superintepdent:

WY F 3 AR A

s

A BT A
Approved by:

Products of this batch are

204 4 o3 A

IR

according to the




