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4 7% 116 Mechanical Property
4 4b 57 77 5\ Heat Treatment Method %k Quenching+ [7] 'k Temper

A DAL Jitt IR SR Wt Js i it ‘

R A 275 Bend
. Tensile Strength | Yield Strength | Elongation Impact value 1807
i, i Rm (MPa) Rea (MPa) A (%) akv (J/em?)

O R RE AQL >890,<958 >755 >14 fit/h>28 | P35 ok

S ERE S

934.4/940.7 850.9/864.3 15.6/15.4 85 86 Acceptance

Actual Results

5. JXELAT | Bottom Anatomy

AT, Sl RIBE. RO RS, SURKRTFFEEFEEK.

6. KEMRIEIAL: Bursting Test

435 Serial No.: NB039 002 scill#5##[E 77 Bursting Pressure: _ 57.31 MPa

1% O Shape of crevasse: SAYEWITY, EFEH, BORRFFERAEE K.

7. % EENMEH R Ambient Temperature Pressure Cycling Test

4% S Hoop-wrapped composite cylinder No.: _NB039 073

& % 5 _EFR Maximum Cycling Pressure: 30.00MPa

&M [E 71 F BR Minimum Cycling Pressure: 2.00MPa

R 45 R Testing Results:

WEMEMRAE 30465 K, MRASTCIHHREREL.

Ambient Temperature inflating cycling to __30465 times, cylinder has no leakage and no

burst.
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JL-QMS-131

7= §h 89 Y Product drawing No.: LD-QP1.TY-B-03
S H0 45 1) Bottom structure:  OMJEX BMEE OH K OXUE D

#138% VF ATiE4% 5 Manufacturing licence number:

445 NO: ZMSNB039
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Batch inspection quality certificate for Steel cylinders for the on-board storage of

compressed natural gas as a fuel for automotive vehicles
SRR Y Cylinder type:

CNG1-279-37-20T

(2023.05.24)

TS2210K24-2026

#1365 92 {7 Manufacturing company: % f#43 ah VIR ) 11 [ 2 &) Anhui Clean Energy Co., Ltd.

4 =4S Batch No.: _NB039 #1154 F119) Manufacturing Date: _2024.03
P S ARHEAC S Standard: _GB/T 17258-2022
AMKERAERRRSWMIL 3 H, wSMN_001 5% 073 §
@it 34 IR EER gk e
Number Thread Filling medium Qualified quantity
NB039003-NB039073 PZ27.8 CNG 70

7 Remark: 24 4 A~ 4 F 50 S This batch cylinders don’t contain following number: 001 (/)
SPERERIS) L 002 GKERBURIY) 073 (KEEAWHRIL) . I8 GB/T 17258-2022 trElE,

SERES 10 MR T R — it ig, 50 89 E A IR K HO8iE F 2 4 30000 KE A=A
MIRERBE, NEAEFRI SN AT AR B 10 MEFHEHE | R,

1 FE A EEE Main technical data

AMITIEES (MPa)

KIERE/ (MPa)

20 . 30
Nominal WP Hydrostatic TP e
AFAER (L) . RERRES (MPa). 5\
Nominal Volume Leakage TP R
= @i EEE (mm)
AHHERZ (mm) 279 BirEEE (mm 5.

Nominal Diameter:

Design Wall Thickness

2 F{A# ¥ Main Material

%5 Type £, S Name RS, HiE Type
HWMEME Cylinder Material | E4E4HE seamless steel tube 30CrMo ®279%7.0
3 A EME S 4 Main Material Chemical Composition
JC % Element E Si Mn Cr Mo S S+P Ni Cu
SHEHE% | 0.26~ | 0.17~ | 0.40~ | 0.80~1. | 0.15~0.
<0.005 | <0.010 | <0015 [ <0.30 | <0.20
AQL 0.33 0.37 0.70 10 25
—
ENZER 0.285 | 0.265 | 0.647 | 0.985 0.185 0.002 0.005 0.007 | 0.041 | 0.029
Actual Content




