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Batch inspection quality certificate for seamless steel cylinders

SRS Cylinder type: _WGI1279-90-17.2A
7= 58 S Product drawing No.: LD-QPLTY-B-2214  (2022.12.12

)

AR 454 Bottom structure: MK OMNJERE OH EE OXURE
$13E VF AT iE %% 5 Manufacturing licence number: T752210K24-2026

i % (L Manufacturing company:

#UEshRed %y _Anhui Clean Ener,

4 7= 41t 5 Batch No.: NB049 3% B ) Manufacturing Date: _2024.03

P S AEAEAC € Standard:  GB/T 5099.1-2017

AMNFE LMt 202 R, HwSM_001 SF_ 202 T

S S BRLL YA G CLidi%ve
Number Thread Filling medium Qualified quantity
NB049003-NB049202 PZ39 1G-541 200

1 Remark: At &4 S AR A FFI#H S This batch cylinders don’t contain following

number: 001 ( AZAMEREIREE) « 002 OKESEAL)

1 FEH AR HIE Main technical data

A TIEESA (MPa) - KEREES (MPa) -
Nominal WP T Hydrostatic TP .
AFRKER (L a0 KE AR E S (MPa) -
Nominal Volume Leakage TP '
AFREZ (mm) 279 BHEEE (mm) >
Nominal Diameter Design Wall Thickness
2 E{&EHE Main Material
#5 Type 2. K5 Name RS, MK Type
A K} Cylinder Material | EAEINE seamless steel tube 34CrMo4 ©279%6.0
3 FEMEMEY 4> Main Material Chemical Composition
JC% Element £ Si Mn Cr Mo S P S+P Ni Cu
&iiidE% | 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 | <0.01 | <0.02
<0.30 | <0.20
AQL 0.37 0.35 0.90 1.20 | 0.30 0 5 0
LG %
Actual 0.324 | 0.247 | 0.663 | 0.972 | 0.170 | 0.001 | 0.007 | 0.008 | 0.048 | 0.033
Content

4 11°£YEfik Mechanical Property
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M Lb 1 77 30 Heat Treatment Method

¥k Quenching + [7] ‘K Temper

\ JT i 5 . e " .
Ragm A LTI A 1A' , W )5 il A
. . Yield 7+ 75 Bend
Inspection Tensile Strength . h Elongation Impact value 180°
item Rm (MPa) g A (%) aky (.‘,’sz)
Rea (MPa)
&HtrMEAQL | >910,<1100 >770 >14 fit/h>28 | FIH235|
; &
e 4L R '
1023/1017.3 936/924 15.5/15.4 77 84 Acceptance
Actual Results

5 JiKBf# %] Bottom Anatomy

TARIL. . RIGE. REL REEFRE, SHBRRTHEEEER,

6 KESEBIRIE Bursting Test
4% 5 Serial No.:

NB049002 SEilj}¢#H [& /) Bursting Pressure:

_49.31 MPa

34l ‘Shape of crevasse: VR, TR, BORRGSIRHEER.

Zit P R AR A AR FF & GB/T 5099.1-2017 FRiEMIZER, &f.

After inspection and tests, Products of this batch are according to the

—~ s -‘n‘-

requirements of GB/T 5099.1-2017 and a

ceptabie.
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