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Batch inspection quality certificate for seamless steel cylinders
KLY Cylinder type: _WGI1279-90-17.2A
= 5h 195 Product drawing No.: LD-QP1.TY-B-2214  (2022.12.12)
JE 451 Bottom structure:  MMIJEIE OMNEE OH B OXURK D
)38 VF T iIE 4% 5 Manufacturing licence number: 152210K24-2026
138 M. {7 Manufacturing company: 22 #U3 # fitJ5 12 7 #1 BB 23 7] Anhui Clean Energy Co., Ltd.
4: 73t 5 Batch No.: NB0SO #11& H W] Manufacturing Date: _2024.03
P SbsdE{L S Standard: _GB/T 5099.1-2017
AHCNE RS ML 202 H, HmSM_001  SFE_ 20 5

st e YREL YA R R VE
Number Thread Filling medium Qualified quantity
NBO50003-NB050202 PZ39 1G-541 200

i Remark: A#it &SP A S FFIM S This batch cylinders don’t contain following
number: 001 C(J7°FHEAEREL) . 002 GKEMRBRE)

1 EEFAREIE Main technical data

AMITAEES (MPa) - KERRES (MPa) 283
Nominal WP Hydrostatic TP
PIKER (L . SERRES (MPa) 93
Nominal Volume Leakage TP
AFMEZE (mm) 279 WItEEE (mm) 40
Nominal Diameter Design Wall Thickness

2 FA&# K Main Material

%5 Type o TR, M5 Name RIS, KK Type

M1 EL Cylinder Material | TLAENE seamless steel tube 34CrMo4 - $279%6.0

3 XM EHMLF B4 MainMaterial Chemical Composition

JG# Element o Si Mn Cr Mo S ] S+P Ni Cu
AR AE% 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 | <0.01 | <0.02
<0.30 | <0.20
AQL 0.37 0.35 0.90 1.20 | 0.30 0 5 0
LR it %
Actual 0.324 | 0.247 | 0.663 | 0.972 | 0.170 | 0.001 | 0.007 | 0.008 | 0.048 | 0.033
Content




LWL A H]
Anhui Clean Energy ColLtd.

4 71%4tEfi% Mechanical Property

4 4b 19 47 38 Heat Treatment Method ‘X Quenching + [7] ‘K Temper
it JIR 56k JE . A )
K380 H LR DAL W7 J {4 e -
Yield , A% Bend
Inspection | Tensile Strength Stranath Elongation Impact value 180°
Item Rm (MPa) gt A (%) akv (J/em?)
Rea (MPa)
&t irdEAQL | >910,<1100 >770 >14 fi/h>28 | F44>35 "
e[ f23 e
KGR 1032.2/1014.7 | 941/923.7 | 15.7/15.4 78 83 | Acceptance
Actual Results

5 JEIBAEE] Bottom Anatomy
E4afl. [, RIGE. WY KBEERME, SRR a8 EFEK.

6 7K EMEREALE Bursting Test
%45 Serial No.: NB050002 sEfl|###i [k /7 Bursting Pressure: __49.84 MPa
#5%  Shape of crevasse: 3tEW L, OIS AE TS

Zit = BRI AIRK TS GB/T 5099.1-2017 ARAEMIER, &%
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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