Thig (g RERRIED

(KD
H5:  HPJ11-2410-F30072
wliaf AR | EEESMEERGERAR
Bl IE %S | TS2210K24-2026
7= i A R A A SR FEmAS | WG11279-90-17. 2A
it s NB051 PR | 2005
= iR GB/T 5099.1-2017
WitEA AR | KBS R A PmES | L-gP1. TY-B-2214
witB M 20224E12H 12H i AW | 20244038

HFmTFEEEREE.

HEREIAEEILES:

BERRIN: % g A H R B R O

T57110405-2025

©

HERRHA™ S S NB051001. NBOS1002
AEiFHERASHS% S : NB0O51001 ~NB0O51202

BN (AR ELeBEEMA) MIE, SR RS LT EEEEE, ZEMEFs (
SHEZSEANE) (TS6 23-2021) MER, RREIES, JFHEEMSESS V] AL RTE

R B ﬁ]f;}; H¥: 20244034 18H

Lf‘g H¥: 2024%¢03H18H

. WIEH—A =, —rHERRHATFE, el Ho—4a6divlidk s oeErm

I HwE AT




AR aIRE TR (R A H)
Anhui Clean Energy Co.Ltd.
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A5 Cylinder type:
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JiE 4B 45 44 Bottom structure:
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Batch inspection quality certificate for seamless steel cylinders
WGII279-90-17.2A

LD-QPLTY-B-2214  (2022.12.12)
IZIIE?BIE O K OH ERE OXURA

ﬂi'bﬁ H }(ﬂ Manufacturing Date:

47241t S Batch No.: NB051 2024.03
= SiRME{R S Standard: _GB/T 5099.1-2017
AMMF LS 202 H, HSM_001  SE_202 5
RS PRLL e A1 A i
Number Thread Filling medium Qualified quantity
NB051003-NB051202 PZ39 1G-541 200 '

¥ Remark:

number:

AL SRS P A S T H S This batch cylinders don’t contain following
001 (AtEREIRIE) .« 002 K EEARBALK)

1 FEEHAREAE Main technical data

AMITEES (MPa) M- KERRES (MPa) .
Nominal WP Hydrostatic TP
AFKER (L 5 [ERKEA (MPa) s
Nominal Volume Leakage TP "
AFFEE (mm) - R (mm) v s’
Nominal Diameter Design Wall Thickness - ”

2 F MK Main Material

RS, M Type

5 Type £ ¥R H-S Name
A1 Cylinder Material | T5E4R‘E seamless steel tube 34CrMo4 0279%6.0
3 EEMEME% R4 Main Material Chemical Composition
TG % Element C Si Mn cr Mo S P S+P Ni Cu
SHAFME% | 030~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 | <0.01 | <0.02
<0.30 | <0.20

AQL 0.37 0.35 0.90 1.20 | 0.30 0 5 0
LhREE%

Actual 0324 | 0.247 | 0.663 | 0.972 | 0.170 | 0.001 | 0.007 | 0.008 | 0.048 0.033

Content
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Anhui Clean Bnergy Co.Ltd.

4 J1%:YLfit Mechanical Property
KL TP 75 7, Heat Treatment Method

¥k Quenching+ [] K Temper

JiT A R 3K & ;
I8 T iih e :
WRmA R A Vield W i i rhdi{i %5 Bend
Inspection | Tensile Strength | Elongation Impact value 1800
Item Rm (MPa) SH— A (%) akv (J/em?) o
Rea (MPa) |
ARtrAEAQL | >910,<1100 2770 >14 fa/h>28 | PH23s |,
. et
S &5 R
1021.3/1036.1 928/952.8 15.5/15.8 77 81 Acceptance
Actual Results
5 JE &7 Bottom Anatomy :
AL Sl RIBE. RO RESHRKE, SRR EEFER.
6 KEMREEIRIE Bursting Test
“4%'S Serial No.: NB051002 SEill4##% & /7 Bursting Pressure: __48.82 MPa
#EHE O Shape of crevasse: g, , BWOERFFERETEKR .

M E R 2 T AR S GB/T 5099.1-2017 FRAEM ZR, &1,
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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