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Batch inspection quality certificate for Steel cylinders for the on-board storage of
compressed natural gas as a fuel for automotive vehicles
A Cylinder type: _CNG1-279-60-20T
7 {4 95 Product drawing No.: LD-QP1.TY-B-03 (2023.05.24
JE 2045 1 Bottom structure:  OMJEJE  ENWEK OH K OXUK D
#13% VF AT iE 4% % Manufacturing licence number: TS2210K24-2026
#1i% % {7 Manufacturing company: %{ Jit
=it S Batch No.: _NB061 #13% A 1 Manufacturing Date: _2024.03
= S bRdE AL Standard: _GB/T 17258-2022
AR ERER KA 202 B, ®KEHN_001 5% 202 5

AMEm S $RLL 4% %e A i LSRRk els
Number Thread Filling medium Qualified quantity
NB061003-NB061202 Pz27.8 CNG 199

¥ Remark: Z#tt& S A 414 FHIHE S This batch cylinders don’t contain following number: 001 (/]
FHERERTY) . 002 GKIEMREIRI) 166(H EE A RK) vF: HUE GB/T 17258-2022 brdfEpiliE, X
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1 FEH AR %IE Main technical data

AMITIEES (MPa) - KERKES (MPa) -
Nominal WP Hydrostatic TP
AFKER (L . HERRES (MPa) 2
Nominal Volume Leakage TP
AHHERZ (mm) 279 BB (mm) | o
Nominal Diameter Design Wall Thickness '
2 ¥ {5#4¥ Main Material : :
%5 Type ZFK. 5 Name R, B Type
HE 4} Cylinder Material T4 seamless steel tube 30CrMo $279x7.0
3 EAEMEHML R4 Main  Material Chemical Composition
JG% Element C Si Mn Cr Mo S P S+P Ni Cu
fHHaEME% | 0.26~ | 0.17~ | 0.40~ | 0.80~1. | 0.15~0.
<0.005 | <0.010 | <0.015 | <0.30 | <0.20
AQL 0.33 0.37 0.70 10 25
FPEER% 10279 | 0273 [ 0716 | 0958 | 0216 | 0005 | 0010 | 0.015 | 0.012 | 0.023
Actual Content
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Anhui Clean Energy Co.Ltd
4 1% 1Efit Mechanical Property
4 4h 37 75 58 Heat Treatment Method __ i’k Quenching+ [ K Temper
- ) l’ 5 , - — 3 é; N, ,. - Jids
RITIN P SR JiEt IR FEE W?Ef'f’{% ¥ i 3 Bend
Tensile Strength | Yield Strength |  Elongation Impact value
Inspection Item 180°
Rm (MPa) Rea (MPa) A (%) akv (J/em?)
e T ]
B fgi{& >890,<958 >755 >14 /=28 | F1=235
e
Acceptance
Actual 038.3/945.7 856.9/857.8 15.6/15.1 86 87
Results

5. JEI %] Bottom Anatomy

FMHIL R KBS, WL RESRMK, SHHRRTHEENFER.

6. 7KEMHHIRLE Bursting Test

%5 Serial No.: NBO061 002 Sl #%i [k /7 Bursting Pressure:

HR 7 O Shape of crevasse: 1%

_54.63 MPa

7. %R E S11EE L5 Ambient Temperature Pressure Cycling Test

% S Hoop-wrapped composite cylinder No.:
P&¥F K £ R Maximum Cycling Pressure:
Y&ERIE 1 F R Minimum Cycling Pressure:

RIS 45 B Testing Results:
WHIERMMEERE

Ambient Temperature inflating cycling to

burst.
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NBO061 166
30.00MPa
2.00MPa

30221 K, HEAKTGHE NG B

30221  times, cylinder has no leakage and no
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