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Batch inspectlon quality certificate for seamless steel cylinders
“ORCRLYS cylinder type: _W2Z 11 267-70-15A
M4 Y Product drawing No.: LD-QP1.TY-J-02  (2021.07.15)
4L B Bottom structure:  BMEIK O OMJEIE OH JEEE ORI
HEVE Tl 99 7 Manufacturing licence number: 152210K24-2026
5133 L Manufacturing company:: 42 izt sl i 5L 4 41 B 25 7] Anhui Clean Energy Co., Ltd.
i 73tk V) Batch No.: _PHO57 1l3%5 F1 9] Manufacturing Date: _2025.09
FEan bR (LY Standard: _GB/T 5099.1-2017
AR LA UKt 52 1, HmYM_001 BE 0525

USRS WAL v Gk
Number Thread Filling medium Qualified quantity
PH057003-PH057052 1"-11.5NGT Co2 50

iE Remark: Atk & 4% S AS4L 4 F %135 This batch cylinders don’t contain following
number: 001 (F7#PEREIKSE) .« 002 (KIEHERBEE)

1 FEH AREE Main technical data

N ITAEES (MPa) . KERYEEE S (MPa) 2.
Nominal WP Hydrostatic TP 2
AFKRER (L o SEREIES] (MPa) i
Nominal Volume Leakage TP " -
INFIR B 4% S " W 4 4 "%
AR EE i) 267 B Cm) | 5.4
Nominal Diameter e §
2 F1EH KL Main Material & 151 -4 AL W
%5 Type ZFR. M5 Name. RIS, HkE Type
WAL K Cylinder Material | TL4%49ET seamless steel tube 37Mn $267x6.0

3 B ML A fk 4} Cylinder Material Chemical Composition

JLH .
€ Si Mn Cr | Mo S P S+P Ni Cu
Element
ik ArdE% | 034~ | 0.10~ | 1.35~ sk
: : <0. <
AQL 038 | 030 | 175 |~ <0.010 | <0.015 | <0.020 | <0.30 | <0.20

SR %
Actual 0.355 0.257 1.534 | 0.245 / 0.002 0.009 0.011 0.015 | 0.030
Content
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Anhul Clean Energy Co.» Ltd.

4 J15:tLfiE Mechanical Property

/4L 117 50 Heat Treatment Method

R S

__ K Quenching + [1] 2K Temper

33 1 [ DALY W )y i o4 ki
i T “ﬁ S elviga | ]Itlhl o % ban
| i ensile Stren ongation mpact value
- Rm (MP )g RUFERgHE (g°/> K pu/ 2)  d
a KV cm
e " Rea (MPa) 0
(ThShavfi AQL | >760,<1030 >645 >14 Weh>28 | 23S | ”
SRUT 5
o 870.2/849.6 | 783.7/766.7 15.4/15.1 78 83 Acceptance
_Actual Results

5 JiE T Bottom Anatomy
il RIGG. REL KIZEHN, 45

X4l

6 KIELEREE Bursting Test

%15 Serial No.:
#8411 Shape of crevasse: YA %2,

PHO57002 Szl 447 & 77 Bursting Pressure:
i COPAR T S brdE 23K .

pi L Ya

46.55

ZHE P SR T ARLE £74 GB/T 5099.1-2017 ARHAERTEK, A&

After inspection and tests,
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Products of this batch are according to the
099.1-2017 and acceptable.
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