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Anhul Clean Energy Co.» Ltd.

JL-OMS-131

U Y Cylinder type:
A0 19 4 Product drawing No,:  LD-QP1.TY-J-02
IR M4 B Bottom structure:
F38 VT IE S 4 Manufacturing licence number:

45 NO: ZMSPHO50
90T A A R B M0 1 A 1 -1

Batch inspection quality certificate for seamless steel cylinders

WZ11267-70-15A

(2021.07.15)
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H13% 414 Manufacturing company: 2 &) fil PR AT B 22 6] Anhui Clean Encrgy Co., L,

4: =3k 4> Batch No.:  PHOS0

v L

™ i brdE{X Y Standard:

#1385 F W) Manufacturing Date: _2025.09

GB/T 5099.1-2017

ARRIE LAY Ul 202 B, i h_o001  NFE 202 &
KRGS R A AFE A
Number Thread Filling medium Qualified quantity
| PHO50003-PH050202 PZ27.8 N2 200

&umber:

¥ Remark: Zdtt & 8 S A4 4 F %I S This batch cylinders don’t contain following
001 (F1ZEEREIRTE) . 002 CGREHEMHIR)

1 FEHFAREIE Main technical data

AWITIEES (MPa) i KIERYEET) (MPa) s e
Nominal WP Hydrostatic TP
AFRKER (L 2 S ERIEE S (MPa) i
Nominal Volume Leakage TP

2 F4kHE Main Material

%3 Type 2. Ji S Name BE . Hs Type
B4 %} Cylinder Material | 484X seamless steel tube 37Mn $267x6.0
3 M ML L4 Cylinder Material Chemical Composition
C Si Mn Cr Mo S P S+P Ni Cu
Element
HigbadE% | 034~ | 0.10~ | 1.35~ aigl 1 | anid s as| e
AQL Bag | Ga3b | 195 | 7 Ty o g <030 | =0.20
925 4 ik
Actual 0.355 0.257 1.534 | 0.245 / 0.002 0.009 0.011 0.015 | 0.030
Content
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Anhul Clean Energy Co.,» Ltd.

4 11140 Mechanical Property

4403 )7 a8 Heat Treatment Method

ik Quenching + 112K Temper

WS |
YIS PEDETHLS WG % i ,
IR‘ -c:” Ti J,}Ij SJt:kll h Tk EIHH tl\n | f'td lue %9 Bang
nspection ensile Stren ongatio mpact va
S:D | R l (MP )gt st 1 (g%> akvp(J/ 2 wr
cm
. " . Rea (MPa)
ahshadiAQL |  >760,<1030 2645 214 W28 | TH23s |, i
PR LS R 3]
853.2/853.5 772.6/765.6 15.4/15.2 82 83 Acceptance
Actual Results

5 JEMAE N Bottom Anatomy
45T . KIEE. RO KESE, SSHRRT/FFEEEER.

6 7K HHERIREE Bursting Test

435 Serial No.: PH050002 SEill#&f [ /7 Bursting Pressure: _46.20 MPa
HERL O Shape of crevasse: XPEWIR, TR, BIURIRTE S brdE K.

ZA e A A ARG 75 & GB/T 5099.1-2017 bRk TR, k.
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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