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Batch inspection quality certificate for seamless steel cylinders

"I Y Cylinder type:

\‘r 8]

JC

W2Z11267-70-15A

819 Y Product drawing No.:
4% K Bottom structure:
i35 VF Wl E S+ Manufacturing licence number:

LD-OP1.TY-J-02

(2021.07.15)

MMIEIE O#k OMEE OHJER O30T

T152210K24-2026

\ #1] _Anhui Clean Energy Co.. Ltd.

i3 "i {\f. Manufacturing company: % il 4 2h fil 95 1% 73 47 B 23
4 =3t 4) Batch No.: _PHO51 #ill i H 3 Manufacturing Date: _2025.09
= ShbndE{X % Standard: _GB/T 5099.1-2017
AR LS OMSE 102 R, HwmeSA_001 5% 102 %5
ik T LY ' vl AR A
Number Thread Filling medium Qualified quantity
PHO51003-PH051102 PZ27.8 N2 100

i Remark: At &SSP A S T ¥ S This batch cylinders don’t contain following
PEfE RIS

001 (f1%

number:

. 002 (/KRR

1 FEF A G Main technical data

AMITAEES (MPa) i KIERIEES (MPa) S
Nominal WP Hydrostatic TP
AFFIKER (L) < REREES (MPa) i
Nominal Volume Leakage TP
ﬁ\oﬁfa{lémirr:;ir i &ﬂ-ﬁ\fﬁﬁi(mm) » 3

2 FE&EF R Main Material

A, M5 Name YRS KR Type

25 Type
WAL Cylinder Material | TL4EENET seamless steel tube 37Mn $267%6.0
3 HRAMEHMAE R 4 Cylinder Material Chemical Composition
C Si Mn Cr Mo S P S+P Ni Cu
Element
a h‘ﬂ‘j\ % | 0.34~ | 0.10~ | 1.35~ 83 & | o |
.| <o. <0. <0. J 30 | <o.
AQL 0.38 0.30 1.75 | — 94./ |=n010 ) =001 - £9,30 =00
PR k%
Actual 0.369 0.234 1.575 0.075 / 0.003 0.009 0.012 0.027 0.037
Content
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Anhul Clean Energy Co.» Ltd.

4 J1°¥HERE Mechanical Property

A4 &b )y 5\ Heat Treatment Method ‘K Quenching -+ [11] /X Temper -
, W Dl ot g : eld )
NE i H U o ! W e [ 4 ki
‘ Yield ¥+ 7% Bend
Inspection Tensile Strength Elongation I mpact value
. o (MPe) Strength A (%) b Cllepd) 180°
em m a v (J/em
Rea (MPa) »
arfsbraQL| >760,<1030 >645 >14 liy/v>28 | F-44>35 ok
LWL R ! »
849.9/862.6 769.3/777.1 15.5/15.5 84 85 Acceptance
Actual Results

5 JRHAEE Bottom Anatomy

T4 IL

AR RIS R KRR,

6 7KJEBRESY Bursting Test

435 Serial No.:
BET 11 Shape of crevasse:

YT,

PH051002 5l £&7% /7 Bursting Pressure:
TR, B OIEARFF A PrAE K .

47.86  MPa

A 2 1 AR IS T & GB/T 5099.1-2017 FFAEMIZER, A4k

After inspection and tests,

requirements of GB/T 5099.1-2017 and acceptable.
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Approved by:

“ODQ 0 \,vf yed

et

}w&¢°fﬂZPB

TR R F 7 A BEFEZKR .

Products of this batch are according to the




