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Batch inspection quality certificate for seamless steel cylinders
"V Y Cylinder type: _W2 11 267-70-15A
> H 19 43 product drawing No.: LD-QPL.TY-J-02 _ (2021.07.15)

h&u 45 ] Bottom structure: MUK OMGHE O/YWEIE OH I OXUHTT
SV Al IR SR Y Manufacturing licence number: 752210K24-2026

#11& 314 Manufacturing company: xfi’zfﬁszuaf‘.-’!It’u’}jLF}! \ ii]_Anhui Clean Energy Co.. Ltd.
4™ 4t 4 Batch No.: _PHO55 #i1lid% E1 39 Manufacturing Date: _2025.09
M drfEfR S Standard: _GB/T 5099.1-2017
AR S UL 152 B, HwmSA_001  SE 152 5
RS PREL I 5 oA R
Number Thread Filling medium Qualified quantity
PHO55003-PH055152 PZ27.8 CO2 150

i¥ Remark: A#t &SP AEE TS This batch cylinders don’t contain following

number: 001 (F7FEPEREREE) . 002 (KJEZRRERKLE)
1 FEH AR EAEE Main technical data
KM ITEES (MPa) 16 AKERIEE A (MPa) a0 i
Nominal WP Hydrostatic TP >
NFRKER (L 70 KEREE A (MPa) ik
Nominal Volume Leakage TP
PAN e £ ot 4 A #_ 4
L .E‘I ik 267 WIHEEE (mm) 5.4
Nominal Diameter i
2 FA&FHE Main Material
5 Type . S Name RS, HUES Type
444 ¥} Cylinder Material %?i%ﬁil‘é" seamless steel tube 37Mn $267x6.0
3 AR EME 24> Cylinder Material Chemical Compaosition
JLF ) .
C Si Mn Cr Mo S P S+P Ni Cu
Element \
4 bEE% | 0.34~ | 0.10~ | 1.35~
Y < ! <0.30 | / | <0.010 | <0.015 | <0.020 | <0.30 | <0.20
AQL 0.38 0.30 1.75
S bn it %
Actual 0.369 0.234 1.575 0.075 / 0.003 0.009 0.012 0.027 | 0.037
Content
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4 J)%:ERE Mechanical Property

A% 4by 55\ Heat Treatment Method

K Quenching + [1] X Temper

| ISR
O 33 1 DALY D7 3 eI % Ml
Ih\}. :H i hf,s}: ¥ h eld t:luﬂtli | (Ilt.{ | /25 Bend
nspecuon ensitie stren ongation mpact vaiue
9 - Strength v g g 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
i AQL | >760,<1030 >645 >14 fp/h=>28 | T35 | "
S i
855/861 771/778.3 15.4/15.4 81 84 Acceptance
Actual Results .

5 XA Bottom Anatomy

X5l

6 /KJEBEIE RIS Bursting Test

A RIS A R KB, SRR RS B EER .

#3%7 Serial No.: PH055002 Cill###% )% /7 Bursting Pressure: __47.34 MPa
B 1 Shape of crevasse: JEYEWTZY, LW, WEOARTTSFRAETIK .

At

After inspection and tests,

7 2K A AR IS 76 GB/T 5099.1-2017 bRk IR, &H%.

requirements of GB/T 5099.1-2017 and acceptable.
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Products of this batch are according to the




