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Batch inspection quality certificate for seamless steel cylinders

“ORAY Y Cylinder  type: _WGII279-90-23.2A
P 4 4 product drawing No.:  LD-QP1.TY-B-05

(2021.11.11)

K45 Bottom structure:  EMIERE  OMWEAS OH JEIK
B VEIESR ) Manufacturing licence number:

O

152210K24-2026

#1135 4L {. Manufacturing company:

ﬁfﬁ?}%dmgibﬁuq f}} {llifl’A t1] Anhui Clean Energy Co.. Ltd

4= =4t 45 Batch No.: PB149 #iligk 135 Manufacturing Date: _2025.09
P i bRE(L Y Standard: _GB/T 5099.1-2017
AftEaE ORIt 78 B, 49 M_o001  S5FE__078 &
GRS PR 115 it A
Number Thread Filling medium Qualified quantity
PB149003-PB149078 PZ39 1G-541 76

iE Remark: FHtA KPP AR EF TFKS This batch cylinders
number: 001 (F72APEREIRLE) « 002 C/KEREREIAED)

don’t contain following

1 FEHAREIE Main technical data

KM IERESH (MPa) 543 KIEREE S (MPa) 6
Nominal WP Hydrostatic TP
RNFFAKER (L a9 REREIE S (MPa) 334
Nominal Volume Leakage TP
AFFEEZE (mm) dea WAHEEE (mm) - $
Nominal Diameter Design Wall Thickness p

2 1AL Main Material

F 5 Type HFE. S Name

5. S Type

BA# £} Cylinder Material | 34CrMo4 TC4%4H T seamless steel tube ©279%7.8
3 TAMEHME S ST Main Material Chemical Composition

JL# Element | C Si Mn Cr Mo S P S+P Ni Cu
GibrE% | 030~ | 0.15~ | 0.60~ | 0.90~ | 0.15~

AQL 0.37 | 035 0.90 1.20 0.30 SRR A8 | SR | S | Bl
SR %

Actual 0.342 | 0.247 | 0.750 | 0.985 0.185 0.002 0.008 0.010 0.042 | 0.035
Content
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4 117k Mechanical Property

4L )y 5C Heat Treatment Method

1k Quenching+ 111K Temper

Jotd IR 5

,\'l‘l\’]']r‘ ). b I:I S 1 - th /‘:'i wh=t I )
(NN E| PUA o Yield W7 i i I 7% phatidif %1% Bend
Inspection Tensile Strength Elongation Impact value 0
Strength " 18
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
Tt hsEAQL | >910,<1100 >770 >14 /=32 | THgz40 | "
ST N
1035/1047.8 | 942.3/957.7 | 15.2/15.3 83 84 Acceptance
Actual Results

5 JEM ¥ Bottom Anatomy
T4l Sl RISE. By KESHE, SHIERRSTHFEEEEK.

6 7KIELEBIRLE Bursting Test

435 Serial No.: PB149002 S&illl#& i/ 77 Bursting Pressure:

115 O Shape of crevasse: ¥R, T, BORARFFSIRHEEK.

ZAE dn ke A AR

A /e
SIFE

GB/T 5099.1-2017 FrAEMIZEK, &k

64.57 MPa

After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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