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Batch inspection quality certificate for seamless steel cylinders
W2Z 1] 267-70-15A

PO Y Cylinder type:

2 W1 Y Product drawing No.:  LD-QP1.TY-J-02
FNPEE O OfMEE OH JER OO
TS2210K24-2026

I B4 B Bottom structure:
B3 VP IESR Y Manufacturing licence number:

(2021.07.15)

3% Y67 Manufacturing company: 42 {4kl g TR G ATBR 22 1] Anhui Clean Energy Co.. Ld.

42 23k 45 Batch No.: _PHOS3 4il)i% [1 9] Manufacturing Date: _2025.09
P ShFRHEAR S Standard: _GB/T 5099.1-2017
AT LA URIE 2020 B, SN _001 TEFE 2025
SRS PREL I &R A
Number Thread Filling medium Qualified quantity
PH053003-PH053202 PZ39 Cco2 200

3¥ Remark: A<tk & A% S o AN AL 2 F IS This batch cylinders don’t contain following

number:

001 (H2EtEREIRIE) 002 GKEBER )

1 FEERAEAE Main technical data

AFTAEE S (MPa) % KRS E 77 (MPa) 252
Nominal WP Hydrostatic TP g
AFRKER (L < AERINE S (MPa) v
Nominal Volume Leakage TP
LMERE _(mm) 267 i Friey i
Nominal Diameter e

2 M E Main Material

25 Type

#FR. M5 Name

RIS, A Type

A4 Bl Cylinder Material T4 ET seamless steel tube 37Mn 0267x6.0
3 M ML A RS Cylinder Material Chemical Composition
JCH G .
C Si Mn Cr Mo S P S+P Ni Cu

Element :

SRRt | 839" | QIV T LI <0.30 | / |<0.010 | <0.015 | <0.020 <0.30 | <0.20
AQL 038 | 030 | 1.75 |~ g g i plghial: bR
S f i %
Actual 0.347 0.225 1.535 0.057 / 0.001 0.009 0.010 0.019 0.024
Content
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4 1:4 i Mechanical Property

“‘Q‘}‘i’ )7 3\ Heat Treatment Method

; i’iﬂ}i()ucnchingﬂ* [l K Temper
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Inspection | Tensile Strength Strangth Elongation | mpact value 18P
(MPa) : A (%) akv (J/em?)

A - " Rea (MPa)

CARhMEAQL|  >760,<1030 >645 >14 h/hz28 | 1 E>35 2

| TMAR

o 853.9/862.7 | 770.3/770.4 15.5/15.4 83 86 Acceptance

! Actual Results

S AR Bottom Anatomy

4T Rl RIEE. RO REFRE, SHRRS15E

6 KIELED R Bursting Test

%% Serial No.:
P15 11 Shape of crevasse: YAMEWTSY, LW, BORAREES

FIFEEER
PH053002 Szl 44 £ 77 Bursting Pressure: 43.57 _MPa
PRAESEK .

ZAPE AR T ALRIS 7S GB/T 5099.1-2017 ARAEMIESR, &%

After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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