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2URRY 45 Cylinder type:
™ 5 945 Product drawing No.:  LD-QP1.TY-J-02
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T52210K24-2026

JE 45 K4 Bottom structure:

H3EVF T iE 4R 4 Manufacturing licence number:

%1% NO: ZMSPHOG3
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Batch inspection quality certificate for seamless steel cylinders

Wz 11 267-80-15A

(2021.07.15)

il 135 %14 Manufacturing company: % §iUR 2 fig Ui 63 71 BR 23 5] Anhui Clean Energy Co.. Ltd.

A4t 5 Batch No.: _PH063 i3 F # Manufacturing Date: _2025.10
P AR {5 Standard: _GB/T 5099.1-2017
ARSI 26 H ., HSM_001  SF_026 %
RS PR HEH A I A
Number Thread Filling medium Qualified quantity
PH063003-PH063026 PZ27.8 2R 24

7E Remark: Att&4& U P A% T %)L S This batch cylinders don’t contain following

number:

001 (fr5AtEaeidse) « 002 COKEMRMBIAL)

1 FEH AEIE Main technical data

KFILAEE S (MPa)

AKJERIS E S (MPa)

, 15 _ 225
Nominal WP Hydrostatic TP

DRFRER (L) & SFIRIEE S (MPa) 1%

Nominal Volume Leakage TP

INF T 4% S LR [

AFFEAE (mm) 267 WEENE (mm) £4

Nominal Diameter

Design Wall -Thi'ckn‘ess'-'

5

2 F4&¥ B Main Material

~

.‘. ':. ] \.

- A

#5) Type

2 S Name

W4 E} Cylinder Material

TRIS . HUS Type

37Mn LEENE seamless steel tube D267%6.0
3 EHEMEMLA: RS Main Material Chemical Composition
JCH 5 "
Element L Cr | Mo S 9 S+P Ni Cu
{r#ebidE% | 0.34~ | 0.10~ | 1.35~
. <0. <
AQL 038 | 030 | 1.75 | =030 | / | <0010 | <0015 | <0.020 | <0.30 | <0.20
2P 155 %
Actual 0.355 0.257 1.534 0.245 / 0.002 0.009 0.011 0.015 0.030
Content
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Anhul Clean Energy Co., Ltd.

4 J1°%1L{it Mechanical Property
8L FP Jy 2K Heat Treatment Method

PF K Quenching + [1] X Temper

. : Ji D it 55 !
L3 Lo 1 Je G 4 whb At I
flh i H :bl,"“;.ll}x h Yield lt;'rliﬁﬂ % I M (L:ftjﬁll A% Bend
nspectio Tensile Strengt ongation mpact value
r— . . Strength . g " 180°
Item Rm (MPa) A (%) akv (J/cm?)
Rea (MPa)
T hebiifEAQL | >760,<1030 >645 >14 /h>28 | F¥235 | "
=
S £
RMER | o a/msos | 77477688 | 15.4/15.5 86 87 | Acceptance
Actual Results

5 JE i Bottom Anatomy

E4afl. R, RiGE. RO KZFoE, SHWRRSFE IR,

6 7K H MR YS Bursting Test
%45 Serial No.:

PH063002 Szl ¥&H & /7 Bursting Pressure:

44.54 MPa

#EWE I1 Shape of crevasse: MIVEWIZY, WY, B CUPARTI S PRAEEK.

At Sh K A ARG 1 A5 GB/T 5099.1-2017 k2R, A H%.
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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