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Batch inspection quality certificate for seamless steel cylinders
POHOE Y Cylinder type: _WGII1279-80-17.2A
P I8 product drawing No.: LD-QP1.TY-B-2153 (2021.09.26)
J M4 # Bottom structure:  MNDEIE  OMJEIE OH JEIE OXUE
H13% VAT 1E 4R 45 Manufacturing licence number: TS2210K24-2026
#1135 ¥4 Manufacturing company: 22 RSl BG4 77 BR 23 5] Anhui Clean Energy Co., Ltd.
4t Batch No.: PB151 #1138 F 0 Manufacturing Date: _2025.10
P ARdE{S S Standard: _GB/T 5099.1-2017
AfE LA ORIE 202 H, HmEMA_001  TE 202 %5
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Number Thread Filling medium Qualified quantity
PB151003-PB151202 PZ39 1G-541 200

7E Remark: ZAHt & 4% S AN E S T HIE -5 This batch cylinders don’t contain following
number: 001 (HZEMERRIREE) o 002 CKJEMERLIAL)

1 FIEH; A FHE Main technical data

AMIAEES (MPa) 53 KEREE S (MPa) sia
Nominal WP Hydrostatic TP
NERARER (L s RERIES (MPa) i
Nominal Volume . [« _Leakage TP
AFEE (Y L 7 PR i) 5.4
Nominal Dlan]eter, - Design Wall Thickness

2 LR E M-ain_Mavteri‘al f
29 Type : C AFR. WS Name 5. Type

PAAEL Cylinder Material | TEAENE seamless steel tube 30CrMo $279%6.0

3 F4A R B 24 25 Main Material Chemical Composition

ji%Element | C | Si | Mn | Cc | Mo | s P | s+ | Ni Cu
sfekini% | 0.26~ | 0.17~ | 0.40~ | 0.80~ | 0.15~ | <0.01 | <0.01 | <0.02
<0.30 | <0.20
AQL 034 | 037 | 070 | 1.10 | 0.25 0 5 0

DM TR
KRR | 0275 | 0.255 | 0.643 | 0.968 | 0.187 | 0.003 | 0.006 | 0.009 | 0.027 | 0.030
Actual Content
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Anhul Clean Enamy Co.Ltd. AR A%

4 1%L Mechanical Property
Ay 5 Heat Treatment Method __it2K Quenching + 11X Temper L
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PR Rea (MPa)

COksbaEAQu|  2910,<1100 >770 >14 Wheas | WHR3s|

!K ",‘)\:}{-'II_I‘:”;';"# L 1010.3/1020.8 923.7/929.3 15.5/15.4 83 83 Acceptance
| Actual Results

5 KE BT Bottom Anatomy
KL ZUE RIS W, SR, SATEIR RS G EIFEEER

6 7KJELEREIASR Bursting Test
%% Serial No.: PB151 002 3:ill###{ /% /7 Bursting Pressure: 51.33 MPa
BERE T Shape of crevasse: YEPENWTZY, TRH, W% CURIRTFSAREEK.

Z s AR B AR S GB/T 5099.1-2017 ARAERIEESK, &%,
After inspection and tests, Products of this batch are according to the
requirements of GB/T'5099.1-2017 and acceptable.
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