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Batch inspection quality certificate for seamless steel cylinders

PO S Cylinder type:

P24 S Product drawing No.:
I 45 19 Bottom structure:
35 VF AT iE 4R 45 Manufacturing licence number:
3% Wi Manufacturing company:

WGII279-80-17.2A

LD-QPL.TY-B-2153 (2021.09.26)

BrER OMPIE OH R DX
152210K24-2026

/NG]

Anhui Clean Ener

i H ﬁﬁ Manufacturing Date:

4Pt S Batch No.: PB152 2025.10
7= 5 kR UEAR B Standard: _GB/T 5099.1-2017
AR TELEAME 202 B, ZSHM_001  SE 202 5
@bt BREY BRI S REE
Number Thread Filling medium Qualified quantity
PB152003-PB152202 PZ39 IG-541 200

number: 001 (f1%4%

7 Remark: L& UM A EA T HIH S This batch cylinders don’t contain following
FREIRIE) . 002 (7.‘(55&&&15&5‘&)

1 FEHAFYE Main technical data

AFTAEES (MPa) = KERIEE A (MPa) i
Nominal WP ’ Hydrostatic TP 4
AFRKER (L % HERBE S (MPa) i%s
Nominal Volume Leakage TP ]
ARREHE (mm) 279 ‘»ﬁﬂ’é’%@ (mm) i
Nominal Diameter Design Wall Th1ckness

2 45 EL Main Material

485, S Name®

%5 Type RIS . FEE Type
SR} Cylinder Material | E4EHE seamless steel tube 30CrMo $279%6.0
{ Ao U
3 AR ML 2% 8.4 Main Material Chemical Composition

JG#¢ Element C Si Mn Cr Mo S p S+P Ni Cu

i kidE% | 026~ | 017~ | 0.40~ | 0.80~ | 0.15~ | <0.01 | <0.01 | <0.02

<
AQL 034 | 037 | 070 | 1.10 | 025 | 0 5 g | 2301 =028
Sbr i he% -'
0.281 | 0.255 | 0.645 | 0.978 | 0. ; ,

Actual Content 185 | 0.002 | 0.005 | 0.007 | 0.024 | 0.029
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Anhul Clean Energy Co.Ltd.

4 J)°¢:¥EiiE Mechanical Property

4440 F 77 5 Heat Treatment Method

%K Quenching + [712K Temper

: i b ot ke e S8 = & :
(SE SRS PURL R il W i it ¥ Rai
e v =5 Ben
Inspection Tensile Strength Elongation Impact value 4
Strength g 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
oithrdEAQL | >910,<1100 >770 >14 f/h>28 | P35 | ”
S 4t 24y =
b 1037.5/1028.1 944.4/934.3 '15.5/15.1 80 87 Acceptance
Actual Results

5 I f#E Bottom Anatomy

PE E RTINS O SN P QPR

6 KEMEWEALS Bursting Test

%45 Serial No.:

izt

A A BRI &

After inspection and tests,

PB152 002 SEi#&#k [ /7 Bursting Pressure:
LWL 1 Shape of crevasse: JAPEWTEY, TR, BEORRGEIRHEE K.

5001

requirements of GB/T 5099.1-2017 and acceptable.

PR B B
Approved by SafetytS

HEPHATSG D3

LSRRG
Approved by:

GB/T 5099.1-2017 tRAERIESK, &% .
Products of this batch are according to the

s

2224 (o fi 1 TH

FTRRT 156 EHEK.

MPa




