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Anhul Clean Energy Co.» Ltd.
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Batch inspection quality certificate for seamless steel cylinders
WGII325-120-17.2A

PR Y Cylinder type:
a9 Y Product drawing No.: LD-QP1.TY-F-2108
EMJEE OMJEE O B OA0# 1
T52210K24-2026

X A4S #4) Bottom structure:
HIREVEATESS 45 Manufacturing licence number:

NO: MSPF 137

(2021.12.23)

#1135 W4 Manufacturing company: %2 i 4k 2 i B 62 43 PR 2 5] Anhui Clean Energy Co., Ltd.

4k 45 Batch No.: _PF137 #1138 H 39 Manufacturing Date: _2025.10
P i bRiE{R S Standard: _GB/T 5099.1-2017
AHCE CE ORI 26 N, WYMN_001 5% 026 5
@t iR MR B ke R
Number Thread Filling medium Qualified quantity
PF137003-PF13726 PZ27.8 AR 24

¥ Remark: A& HEMPAEE THIMS This batch cylinders don’t contain following
001 (F72EtEASRER) . 002 OKEBEMIRK)

number:

1 FEFAREAE Main technical data
AR LAEES (MPa) s KIERKE S (MPa) 5 &
Nominal WP Hydrostatic TP
APKER (L 146 AERRKE S (MPa) s
Nominal Volume Leakage TP
AFRHEZ (mm) st BIHEER (mm). 55

Nominal Diameter

Design Wall Thickness [,

2 FEAkHH K Main Material

%K. hS Name

RS, MK Type

5 Type
BHIAEL Cylinder Material | JE5EHAGY seamless steel tube 35CtMo ®325x7.2
3 A EHMEEE R4 Main Material Chemical Composition
JL# Element | C Si Mn cr | Mo S P S+P Ni Cu
Gk bRdE% | 0.32~ | 0.17~ | 0.40~ | 0.80~ | 0.15~ | <0.01 i | B ] <ais
AQL 0.38 | 0.37 | 0.70 | 1.10 | 0.25 B s T s T
SR bt % ;
Actual 0.339 | 0.234 | 0.662 | 0.985 | 0.198 | 0.003 | 0.010 | 0.013 | 0.037 | 0.028
Content




SIAUARRY AR 677 LA W)
Anhul Clean Energy Co.» Ltd.

4 1)L iE Mechanical Property

JAB R Iy a0 Heat Treatment Method

_ K Quenching - [ Temper

E Y | R |
R Wi il % ik i
: Tensile Yield i ' %47 Bend
| Inspection Elongation Impact value
Strength Rm | Strength Rea 180°
Item A (%) akv (J/em?)
(MPa) (MPa)
SisdsdEAQL| =>890,<1100 >755 >14 lig/)v>28 | F1>35 o
P AN e
% 1000.8/1016.5 | 901.8/910.8 | 15/15.6 84 87 | Acceptance
| Actual Results

5 JiCHB## Y Bottom Anatomy
EHTL. M. RIBE. R, ESEN, SRR & ERFEEXK.

6 KEAREIRLE Bursting Test

%3S Serial No.: PF137002 SillB#15 /& /1 Bursting Pressure:

#5517 Shape of crevasse: JEtE

, B

MPa

52.23

A

T AR T AR 4S GB/T 5099.1-2017 ARAEMI R, &%
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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