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Batch inspection quality certificate for seamless steel cylinders
PO L) Cylinder type: _WGI1279-80-17.2A
Mk 1YY Product drawing No.: LD-QP1.TY-B-2214  (2022.12.12)
IS4G B Bottom structure:  MMDENK  OMJEIE OH JEIE OXUH
TS VE il 9 Y5 Manufacturing licence number: T752210K24-2026
H18% WUY Manufacturing company: & fil sk 2 i PB4 41 B 23 7] Anhui Clean Energy Co., Ltd.
141k 55 Batch No.: PB161 #ilid H ¥ Manufacturing Date: _2025.10
M bRE{R Y Standard: GB/T 5099.1-2017
AR CEE O 23 W, 45 _o001  SE 023 F

RS W By A IR AR A
Number Thread Filling medium Qualified quantity
PB161003-PB161023 PZ56 1G-100 21

I i¥ Remark: Ait& AR B A4 T %) 5 This batch cylinders don’t contain following
| number: 001 (A73HERSRES) . 002 GKIEMERRK)

1 EERAREIE Main technical data

AMIAEES (MPa) iiis KERKEE ST (MPa) 425
Nominal WP : Hydrostatic TP :
AFRKER (L) HBERK (MPa)
KA 55 REEH i
Nominal Volume Leakage TP
AHEZE (mm) 556 ﬁﬁ%}? (mm) Ed
Nominal Diameter Design Wall Thlckness !
2 FEAEM B Main Material
Z55 Type LZF. S Name . © BS . M Type
WAL B} Cylinder Material | L4545 seamless steel tube 34CrMo4 $279%6.0
3 ERM ML F A4 Main Material Chemical Composition
C# Element C Si Mn Cr Mo S P S+P Ni Cu
{ﬂ’ﬁbﬁ‘fﬁé% 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 | <0.01 | <0.02
<0.30 | <0.20
AQL 0.37 0.35 0.90 1.20 | 0.30 0 5 0
2B Hi%
o 0.339 | 0.264 | 0.755 | 0.994 | 0.195 | 0.002 | 0.009 | 0.011 | 0.038 | 0.037
Actual Content
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& 13111 Mechanical Property

AL )y 5\ Heat Treatment Method

K Quenching + [71] ‘K Temper

T g Jiti IR a
R H EDAAY ; W7 i i< % Mratedr s
; ‘ i Yield _ ¥ 5 Bend
Inspection Tensile Strength Elongation Impact value
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
: Rea (MPa)
CoAsbrifEAQL | >910,<1100 >770 >14 /=28 | P35 |
L &K
ERUESE S
f 1016/1028.6 926.4/933 14.9/15.7 84 85 Acceptance
| Actual Results

5 JE M AF T Bottom Anatomy
Taafl. Rl KRIGEE. BY. KEFRME, SHBRRT/FEEEZEX.

6 7KEARWIRLE Bursting Test

435 Serial No.: PB161 002 SEill### 77 Bursting Pressure:
#2751 Shape of crevasse: Y814

ZHLPE A KB RIS T & GB/T 5099.1-2017 ARUEMIEKR, &ik.
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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