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Batch inspection quality certificate for seamless steel cylinders

WGII279-80-17.2A

LD-QP1.TY-B-2153 (2021.09.26)

NO: ZMSPBI53

4 =3k 5 Batch No.: PB153

rE S ARAE{L S Standard:

MMEE OMJEIE OHJZE OX0k
152210K24-2026

A\ 1] Anhui Clean Energy Co.. Ltd

il gt
GB/T 5099.1-2017

AR A UL 102 H, %9 _001 5% 102 5
RS BREL BRI GRLgikA e
Number Thread Filling medium Qualified quantity
PB153003-PB153102 PZ39 1G-541 100

i¥ Remark: AH#ESHKSIEP AL S TS This batch cylinders don’t contain following
number: 001 (/7MEREIRES) . 002 (/K EARMEIRED)

1 FIEH R EIE Main technical data

DeS|gn Wall Thlckness \

AR ITAEE ST (MPa) 159 KIERIEE S (MPa) o
Nominal WP Hydrostatic TP
RFAKER (L a5 RERRES (MPa) s
Nominal Volume Leakage TP
NFEZE (mm) 279 BitEEE (mml 64
Nominal Diameter

2 FEAME Main Material

v A

1 e

Z357) Type

@fﬁh W’% Name

15, M Type

B4 B Cylinder Material | L4404 seamless steel tube 30CrMo $279%6.0
3 kM EME 2 B 4F Main Material Chemical Composition
JC%Element | C | °Si | Mn | Cc | Mo | S P s+P | Ni Cu
Erkthrii% 0.26~ | 0.17~ | 0.40~ | 0.80~ | 0.15~ | <0.01 | <0.01 | <0.02
<0.30 | <0.20
AQL 0.34 0.37 0.70 1.10 | 0.25 0 5 0

Sl Ty

KBRS | 0981 | 0.255 | 0.645 | 0.978-| 0.185 | 0.002 | 0.005 | 0.007 | 0.024 | 0.029
Actual Content
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Anhul Clean Energy Co.Ltd.

4 J1*EPEfE Mechanical Property
A4 1 )7 5 Heat Treatment Method K Quenching + [7] ‘k_Temper
. Gl Jiki MR i 3 :
Ky 05 H BUB SR - W J i B b it e
. . Yield 4 A% Bend
Inspection Tensile Strength Elongation Impact value 0
Strength 180
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
athadiAQL | >910,<1100 >770 >14 f/h>28 | FH>35 s
N, N 2 3 =
’SEE@'J:";:‘ LL"
1039.3/1031.5 946/939.1 15.5/15.4 85 86 Acceptance
Actual Results

5 Ji ¥ Bottom Anatomy
L4fl. Rl RIEH. R KBS, SRR TR E B,

6 KIEREHE LSS Bursting Test

445 Serial No.: PB153 002 SEil|%##k & /7 Bursting Pressure:

50.80

MPa

£EWE O Shape of crevasse: YMEWTS, WA, BEOARTFTEARAEE K.

B K A RIRIG & GB/T 5009.1-2017 ARHERIZER, A
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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