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Batch inspection quality certificate for seamless steel cylinders
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MMDER OMNBIE OHJEE OBk

¥1{y Manufacturing company:
PB154
paifE{R Y Standard:

152210K24-2026

LW e TR £ BB 2% 7] Anhui Clean Energy Co., Ltd

#1138 138 Manufacturing Date: _2025.10

GB/T 5099.1-2017

AR LA ORI 102 H, HwYMN_001  SFE 102 5
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Number Thread Filling medium Qualified quantity
PB154003-PB154102 PZ39 1G-541 100

number:

i¥ Remark:
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A SR IMBPAEE T 55 This batch cylinders don’t contain following

1 FEH AR EIE Main technical data

£

2 EEHE Main Material

AMITHEES (MPa) 45 5 KERREE S (MPa) ey
Nominal WP Hydrostatic TP .
AFAKER (L i KERRES (MPa) 533
Nominal Volume Leakage TP
AFRER (mm) 5 BTEEE (mm) Sk
Nominal Diameter Design Wall Thickness | * ./

%5 Type

2K S Name

CRIE ;‘%m Ty

pe

WA E} Cylinder Material | 34CrMod 44N seamless steel tube $279%7.8
3 3‘{2!21%‘#4%%[534% Main Material Chemical Composition
Ji#Element| C'[-Sit | Mn | C | Mo S P | s+p Ni Cu
% krdE% | 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ aipta | camas | aamen | wia
) . ; " <

AQL 0.37 | 035 | 0.90 | 1.20 | 0.30 | ~ = T = =
b %

Actual 0.337 |1 0.262 | 0.782 | 1.025 (_).180 0.002 0.009 0.011 | 0.024 0.033
Content
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4 13°¥ ik Mechanical Property

L 75X Heat Treatment Method __ i X Quenching + [11] ‘K Temper
; ’ . b il Jott R y
RRmE | B v | W it S
Inspection | Tensile Strength Elongation Impact value .
it Rm (MP) | T 1 e kv (Jfem?) we
em m akv (J/em
Rea (MPa)
oRinfEAQL|  >910,<1100 >770 >14 /=32 | FH>40 o
| SR "
i 1028/1030.3 931.2/931 15.1/15.3 87 88 Acceptance
| Actual Results

5 JE &% Bottom Anatomy
AT KM RIS, R RBESRIG, SRR FEEEEK,

6 /KEMRBE R Bursting Test

435 Serial No.: PB154002 3:JUl#R%% & /7 Bursting Pressure: _68.35 MPa
#1050 Shape of crevasse: ¥EMENTZY, TTREH, B ORFEFEIRAEEXK.

Zit T RARERIRR G GB/T5099.1-2017 ARHERIER, &
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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