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SO ST Cylinder type:
= 4 B &2 product drawing No.: LD-QP1.TY-B-2214
J&E 3545 §4 Bottom structure:
3% 15 AT 9% 5 Manufacturing licence number:
138 WL/ Manufacturing company: % i ah IR
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Batch inspection quality certificate for seamless steel cylinders

WGII279-80-17.2A

(2022.12.12)

UK OMNYEE OHEE O3RN
T52210K24-2026

Anhui Clean Energy Co., Ltd.
2025.10

4: 7§t Batch No.: PB159
R B AEUE (R 5 Standard: _GB/T 5099.1-2017
AMPFE LU 200 R, %HSMA 001 5% 2005
MRS R B s kb
Number Thread Filling medium Qualified quantity
PB159003-PB159202 PZ39 1G-541 200

number:

¥ Remark: Z<iit& 48 S M A4 4 T 7S This batch cylinders don’t contain following
001 (FIZEHMAERI) . 002 OKERBIAK)

1 FEHAREYE Main technical data

AMTAEES (MPa) & KERKE S (MPa) 34
Nominal WP ' Hydrostatic TP '
AKER (L) & SERKES (MPa) i
Nominal Volume Leakage TP '
AFREZ (mm) 58 #itEEE (mm). id
Nominal Diameter Design Wall Thickness :
2 k¥ Main Material v, 0 4
255 Type ZF. S Name = ; RIE . AL Type
PR Cylinder Material | B8 seamless steel tube 34CrMod $279%6.0
3 kM EME 2 R4 Main Material Chemical Composition
JL# Element C Si Mn Cr Mo S P S+P Ni Cu
%mﬁ‘i;ﬁ:% 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 | <0.01 <0.02
<0.30| <0.20
AQL 0.37 0.35 0.90 1.20 | 0.30 0 5 0
M| = 1
b k% 0.315 | 0.189 | 0.719 | 0.997 | 0.167 | 0.002 0.006 | 0.008 | 0.036 | 0.048
Actual Content
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4 1°:tLhiE Mechanical Property

b )y a8 Heat Treatment Method

K Quenching+ [1] K Temper

""""" g e | RS :
K aem H PR g Vield W5 i rhitif %25 Bend
Inspection Tensile Strength Elongation Impact value :
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
AbpfiAQL|  >910,<1100 >770 >14 B/h>28 | F¥235 | “
=
N Pl £
W 10115/1037.2 | 916.1/944.2 | 15.2/15.4 86 89 | Acceptance
Actual Results

5 JEE##E Bottom Anatomy
FHIL. S KBS, By RESHRM, SHBRRIFEEREER.

6 JKEFEBIALK Bursting Test

42 Serial No.: PB159 002 SEJU#RHK & /7 Bursting Pressure: _51.87 MPa
FRB 1 Shape of crevasse: JBYEMTR, TREF, #ORRESIRAEER.

ZHRE AR T AR S GB/T 5099.1-2017 FRAEMIE R, &%
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.

R HITA:
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Approved by: @ZV%

Superintendent:
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