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Batch inspection quality certificate for seamless steel cylinders
ZU Y 45 Cylinders type: _WG11279-82-23.2A
™ 8h ¥ Y5 Product drawing No: LD-QP1.TY-B-05  (2021.11.11)
I M 45 ¥4 Bottom structure:  EIMDEE  OMNYEE OH B OXUM
% VT T UES Y Manufacturing licence number: T52210K24-2026

B3 WL Manufacturing company:  #%{

" ik 45 Batch No.: PB155

FE A ARHEAR Y Standard:

AU EAE O3 _165 W
AR BREL
Number Thread

PB155003-PB155165 PZ39

#il3& H ) Manufacturing Date:
GB/T 5099.1-2017

2025.10

SN 001 BFE 165 &
B2 A

Filling medium
IG-100

A R AR
Qualified quantity
163

3 Remark: At & &S M A E T 5#-S This batch cylinders don’t contain following
001 (F72¥MEREIRE) . 002 CKEMFREE)

number:

1 FEH A EYE Main technical data

AMIAEES (MPa) 39 KEREEA (MPa) ey
Nominal WP Hydrostatic TP '

AFRAKER (L - REBRIES (MPa) 55
Nominal Volume Leakage TP. '
AFERZE (mm) 279 it B (mm) 33
Nominal Diameter Design Wall Thickness '

2 F4A8 ¥ Main Materialwa

L. 5 Name

25 Type RS, HE Type
WM K} Cylinder Material | TE4840% seamless steel tube 34CrMo4 $279%7.8
3 4 AHEME S R4 Cylinder Material Chemical Composition
JGC# Element | C Si | Mn | Cr | Mo S P S+P Ni Cu
s 0.30 | 0.15 | 0.60 | 0.90
FRARME% 0.15~
» o i ¥ .- <0.010 | <0.015 | <0.020 | <0.30 | =0.20
AQL - 0.30
0.37 | 0.35 { 0.90 | 1.20
bR %
Actual 0.347 | 0.245 | 0.705 | 1.005 | 0.170 0.001 0.009 0.010 0.030 | 0.034
Content
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a4 J1EPERE Mechanical Property

- A&k L Heat Treatment Method

11K Quenching + [ 2K Temper

Actual Results

. Jai R 'JU!L .
AR R DL 1) G % il
RS H 11 D TS Vield Mflhlﬂ Li\ ¥ I M rﬁ‘[' 1% Bend
Inspecti Tensile Strength Elongation mpact value
L &t Strength y N 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
SR R AQL >910,<1100 >770 >14 ft/h>32 | *F-¥>40 -~
= (S]
D FAT )
N 1038.4/1043 | 945.7/954.3 | 15.3/14.8 81 83 | Acceptance

5 AR Bottom Anatomy

AL

SR KAEO . WL KEEY

6 ZKJEAE LSS Bursting Test
4% % Serial No.: PB155002 SEil| sk 11 BurstmgPressure

BEHE 11 Shape of crevasse:

68.01

ZAE R AR B RIS S GB/T5099.1-2017 AnAERI IR, &4&.

After inspection and tests,

requirements of GB/T 5099.1-2017 and acceptable.
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MPa

Products of this batch are according to the
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