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Anhul Clean Energy Co.Ltd. JL-QMS-131

%i'; NO: ZMSPF14]
R T A R RO 56 T i B 4
Batch inspection quality certificate for seamless steel cylinders
SOIKL S Cylinder type: __WGII325-90-17.2A

P44} Product drawing No.: LD-QP1.TY-F-2410 (2024.05.13)

> 11
™M an

Mg ONEE OH KK OX0ED
TS2210K24-2026

J& 3B 4E K Bottom structure:

3V T IES 5 Manufacturing licence number:

138 WL Manufacturing company: 224 Eh R 4 45 B 22 5] Anhui Clean Energy Co., Ltd

474t 45 Batch No.: _PF141 #13& F 1 Manufacturing Date: _2025.10
P fARER S Standard: _GB/T 5099.1-2017

AMBURELESME 67 B, &SN _001 SF 067 5
SRS R B R AR A
Number Thread Filling medium Qualified quantity
PF141003-PF141067 PZ39 IG-541 65

7 Remark: Z#t4 kS A4 T 7S This batch cylinders don’t contain following

number:

001 (AZEMRERE) « 002 KIEBRBHRLK)

1 FERAREIE Main technical data

AFITAEES (MPa) &5 KEREES (MPa) s£4
Nominal WP . Hydrostatic TP :
AFAKER (L 5t RERRES (MPa) s
Nominal Volume Leakage TP
AFREAZE (mm) 558 WitEER (mm) ai
Nominal Diameter Design Wall Thickness

2 jiﬁiHJH Main Material

K51 Type LK. S Name RS, HS Type
WA KL Cylinder Material | G458 H1E seamless steel tube 34CrMo4 (0325%7.2
3 FAM BHL % %4 Main Material Chemical Composition /

JC# Element | C | Si Mn | Cr | Mo S P S+P Ni Cu
i brE% | 0.30~ [ 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 sibic | <omn | 6|
AQL 037 | 035|090 | 120|030 | 0 | = i e

bR % Vit
Actual 0.325 | 0.225 | 0.657 | 0.968 | 0.189 | 0.002 | 0.010 | 0.012 | 0.022 | 0.039
Content




RPERHRWRBARAA
Anhul Clean Energy Co.Ltd.

4 J)*:1E1E Mechanical Property
bR 5 30 Heat Treatment Method VK Quenching +- |11k Temper

R Joth e o E RN ;
LSRR B o ’ld M7 ) 1 6 i o8 and
|e 2r =
Inspection Tensile Strength Elongation Impact value TE 3
Strength 180
Item Rm (MPa) A (%) akv (J/em?)
Rea(MPa)
ShsknfEAQL | >890,<1100 >755 >14 fg/h>28 | F3>35 Lt
SRR s
1047.1/1045.7 955/960 15.7/15.3 85 88 Acceptance
Actual Results

5 JEMB#HEE Bottom Anatomy
4L SO, RIBA. B, RBSHE, SHPRRTREEFIKR.

6 ZKERRBIRIE Bursting Test
435 Serial No.: PF141002 SE#l}EMEE /7 Bursting Pressure: __53.71 MPa

&1 1 Shape of crevasse: MBPEHTER, TRE, BOMRFE SRR,

FHEE 2K B FIRL /T4 GB/T 5099.1-2017 ArriEMIE R, &1E.
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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Approved by Sa
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Superinténdent: Approved by:
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