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Batch inspection quality certificate for seamless steel cylinders
WGII279-90-17.2A

PSS Cylinder type:
e U4 product drawing No.:  LD-QP1.TY-B-2214
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JiE 344+ Bottom structure:
8385 VT UE SR Y Manufacturing licence number:

(2022.12.12

% NO:ZMSPB143
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#1385 WL, Manufacturing company: 2 i st ah i I 6 71 B 22 /] Anhui Clean Energy Co., Ltd.

4: =4k +; Batch No.: PB143 #i1)i& F ) Manufacturing Date: _2025.10
P i FRHER 45 Standard: _GB/T 5099.1-2017
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Number Thread Filling medium Qualified quantity
PB143003-PB143202 PZ39 IG-541 200

number:

7¥ Remark: A& S P A EE T FHINES This batch cylinders don’t contain following
001 (A% MEaRRES) . 002 KRR

1 FEFAREIE Main technical data

AMIAEES (MPa) . KEREKE S (MPa) -
Nominal WP Hydrostatic TP
AFKER (L ” AERBESMPD |
Nominal Volume Leakage TP \
GREE (Hm 279 BitEEE (mm) ] 60
Nominal Diameter - .

1.4

2 1k E Main Material -

RS, M Type

K5 Type ZFR 5 Name

HAIEM B Cylinder Material | 484N seamless steel tube 34CrMo4 D279x%6.0

3 A EHMEL 4 Cylinder Material Chemical Composition
JC# Element | C Si Mn cr | Mo | S P S+ | Ni Cu
AHFR#E% | 030~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 | <0.01 | <0.02

< <

AQL 0.37 0.35 0.90 1.20 | 0.30 0 5 0 =301 =020
Schr A %

Actual 0.337 | 0.254 | 0.759 | 1.047 | 0.209 | 0.002 | 0.008 | 0.010 | 0.029 | 0.034
Content
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4 1°%:¥EfE Mechanical Property

S b1 )7 2 Heat Treatment Method

X _Quenching + [11] ‘k_Temper

J AR |
STV RS iR e
KB 1 : fJLIf Sjtill X Vield lK:lMI 1:/[\ % | (‘T Lil'{l[' A5 Bend
i e Stren ongation value
Inspection ensi gt Strength g mpac 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
aickrdEAQL|  >910,<1100 >770 >14 fy/h>28 | F45>35 i
=
WA Y
e 1039.3/1039.2 | 942.7/946.1 | 15.4/15.1 85 88 Acceptance
Actual Results

5 &Y Bottom Anatomy
KTl A, RIEE. W, KBS, SHRRRSAFEEFEX.

6 /KIEBERAL Bursting Test

445 Serial No.: PB143002 SZil| %7 [k /7 Bursting Pressure:
#E% O Shape of crevasse: MRS, TR, B OFARTF SAnAEEK.

Z P R AR EARK A4S GB/T5099.1-2017 FRAERIER, AH.
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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52.93 MPa




