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SIRELS Cylinder type:

7= 54 &5 Product drawing No.:
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Batch inspection quality certificate for seamless steel cylinders
WGII279-80-17.2A
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)35 A Manufacturing company: Z#5 s 8RR 2 PR/ T Anhui Clean Energy Co.. Ltd,

4723t 5 Batch No.:

P AR HEA S Standard:

AR TS RIE 202 R,

PB160

#illi& H #8 Manufacturing Date:

GB/T 5099.1-2017
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2025.10
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Filling medium

EREEE
Qualified quantity

PB160003-PB160202
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number:

¥E Remark: ZAftE S P AEE T 5L S This batch cylinders don’t contain following
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1 FERAREAE Main technical data

ARIAEEA (MPa)

KEBREETT (MPa)

Nominal WP e Hydrostatic TP i
AFRKER (L " REREEH (MPa) -
Nominal Volume Leakage TP
ATRERZ (mm) 279 WHHEER (mm) - [l NGO
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2 4K Main Matenal \
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(L SREL #E Type
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55 Type J £ S Name B
PIEHH} Cylinder Material | To44RE seamless steel tube 34CrMod $279%6.0
3 FEM B RS Main Material Chemical Composition
JLZ Element C Si Mn Cr Mo S P S+P Ni Cu
A% | 030~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 | <0.01 | <0.02
<0.30 <0.20
AQL 0.37 0.35 0.90 1.20 0.30 0 5 0
g"_' _;/J\F‘
Sl & k% 0.315 [ 0.189 | 0.719 | 0.997 | 0.167 | 0.002 | 0.006 | 0.008 | 0.036 | 0.048
Actual Content
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Anhul Clean Energy Co.Ltd.

4 775 Mechanical Property
#uhbEE 7R Heat Treatment Method

K Quenching+ [A] ‘X Temper

JEE AR5 B "
R E PLhL5R -y e (R e 2 Bend
Inspection Tensile Strength Elongation Impact value Y
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
At AQL | >910,<1100 >770 >14 B/h>28 | 35| e
oL 5 -
1021.2/1007 922.9/907 15.4/15.1 83 84 Acceptance
Actual Results

5 JE¥f#¥] Bottom Anatomy
T R KBS BY. KBS, SURRIFESEEER.

6 K ERIRLE Bursting Test

445 Serial No.:
&% O Shape of crevasse:

PB160 002 SZil] @WEEjJ Bursting Pressure:

54.25

MPa

ZHE R AR EFIRR S GB/T5099.1-2017 FRHERER, &
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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