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Anhul Clean Energy Co., Ltd.
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"URR V) Cylinder  type:
Sa I 4 Product drawing No.:
4L Ky Bottom structure:
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Batch inspection quality certificate for seamless steel cylinders

WGII279-90-23.2A

LD-QP1.TY-B-05

(2021.11.11)
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152210K24-2026

1] Anhui Clean Energy Co, Ltd

138 WL f. Manufacturing company: 4
s 4k V) Batch No.: PB150 M) adt £ 39 Manufacturlng Date: _2025.10
i bRdE{R 45 Standard: _GB/T 5099.1-2017
AR A Ut 202 MU, S M_001 S E 202 5
PRGN R friﬂi GLIE I RAE
Number Thread Filling medium Qualified quantity
PB150003-PB150202 PZ39 IG-541 200

i Remark: AftSKEAMPARLET
001 (FpaffgiRi) + 002 KRR AL

number:

%\ ){i S This batch cylinders don’t contain following

1 EEHAKIE Main technical data

KEREES (MPa)

2 Eﬁiﬁﬂ Maln Materl 1*'“

e hﬂ/ ‘

R TAEE S (MPa) 55 % s
Nominal WP Hydrostatic TP
AFAKER (L - HERKES (MPa) aa
Nominal Volume Leakage TP
AWERE (mm) "y 279 BOTEERE (mm) ) 4 2 ;3{7\:“3,"«,,
Nominal Diamete‘r_ Juy. 4 ,J :\‘" Design Wall Thickness . A
. 44 ;.'.ij-. r

£ RIS 4 Type

5 'pre L T,--fr f’; ZFR. S5 Name
A Cylmd‘ér Materlal 1340fMos TE4E4REF seamless steel tube $279x7.8
3 FARMEMEAE S Main Material Chemical Composition
JU# Element | C Si Mn Cr Mo S P S+P Ni Cu
A HehRE% | 030~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ PN, FTR . g
AQL 037 | 035 | 090 | 120 | 030 |~ . - R S

PR %

Actual 0.325| 0.276 | 0.795 | 1.059 | 0.207 | 0.002 | 0.007 0.009 | 0.028 | 0.037

Content




SRR BY AW A MAT
Anhul Clean Energy Co.» Ltd.

4 J1°¥%RE Mechanical Property

/4 77 2\ Heat Treatment Method

7k Quenching + [k Temper

, . it R 5 ) sl e ki
R H PRI Vielg | WK Mt 2% Bend
Inspection | Tensile Strength Elongation Impact value i
Rm (MPa) | TeMBR 14 (o) kv (Jfem?) il
a a C
B » Rea (MPa)
| hthsiAQL | 2910,<1100 >770 >14 f/h>32 | P40 | "
=}
N I ._b{: B
LA 1021.7/1040.6 | 928.3/942.2 | 15.1/15.3 85 87 | Acceptance
Actual Results

5 JE MR Bottom Anatomy
E4EFL AU RIGE. Ry, KBS, SRR/ EEEZER.

6 KJEHLRIRIE Bursting Test

#35 Serial No.: PB150002 SEllf3#§ & /] Bursting Pressure: _69.44 MPa
BLW T Shape of crevasse: ¥ETEWIR, RN, BOMIRFEAIRAEEK.

it

2R BRI & GB/T 5099.1-2017 FRAERIZER, &Hf.

After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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