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Anhul Clean Energy Co., Ltd. JL-QMS-131

#% NO:ZMSPB145
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Batch inspection quality certificate for seamless steel cylinders
SIWB S Oylinder type: _WGII279-90-17.2A
74 &5 Product drawing No.: LD-QP1.TY-B-2214  (2022.12.12)
JRM A5 Bottom structure: MMNIFEE O#FEE ONEE OHFE OXGEAD
#1358 - W IESR S Manufacturing licence number: T52210K24-2026
i3 BAAY, Manufacturing company: 224k 5h i I 43 7 BB A 5] Anhui Clean Energy Co.. Ltd.
4 7=t 5 Batch No.: PB145 #1)3& H #3 Manufacturing Date: _2025.10
= bR S Standard: _GB/T 5099.1-2017
ARSI 153 R, wmSMN_001 SE_153 &

SRS RS I i AR
Number Thread Filling medium Qualified quantity
PB145003-PB145153 PZ39 IG-541 151

¥ Remark: ZAs#tt &S AEE T FIHES This batch cylinders don’t contain following
number: 001 (J7ZEtERERLEE) . 002 CAKJRRMRIE)

1 EEHAEIE Main technical data

AFRTAEES (MPa) o KEREES (MPa) -
Nominal WP ] Hydrostatic TP '
AFRKER (L - SERBES (MPa) -
Nominal Volume Leakage TP )
/\ ‘ v ] i :- ) Ry ', e
Aﬁgé ‘(mm) 279 Wit BEE- L mm) o 6.0
Nominal Diameter ek
2 F{&AEL Main Material £ = N
2% Type ZFR S Name | RS, FE Type
HIEHF R} Cylinder Material | To4&4NE seamless steel tube 34CrMo4 0279%6.0
3 @A EMELZE R4 Cylinder Material Chemical Composition
JGZ Element C Si Mn Cr Mo S P S+P Ni Cu
A#FRME% | 030~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01 | <0.01 | <0.02
<0.30 | £0.20
AQL 0.37 0.35 0.90 1.20 0.30 0 5 0
SR E =%
Actual 0.337 | 0.254 | 0.759 | 1.047 | 0.209 | 0.002 | 0.008 | 0.010 | 0.029 | 0.034
Content




STACR Y AR 67 R A
Anhul Clean Energy Co.» Ltd.

4 1% 6E Mechanical Property

#4b3 75 3 Heat Treatment Method

¥k Quenching+ [A]’K Temper

JE JIR B 5 .
RISIN H PURLERAE e W 5 e 3R e 2 Bend
Inspection Tensile Strength Elongation Impact value
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
EREFRtEAQL | 2910,<1100 >770 >14 B/h>28 | P35 |, ”
=
2
SRR 1043.3/1038.2 | 958.3/938.5 | 15.2/15.4 82 86 Acceptance
Actual Results

5 JE¥f#E] Bottom Anatomy
THFL R RIEBFE. RY. RBEEHRME, FHUERRT/HEERER.

6 7K EEZEM RS Bursting Test

Y75 Serial No.: PB145002 SZifll4##7 /& /7 Bursting Pressure:
1B 0 Shape of crevasse: YETEITR, THH, BOMRFEIREER.

51.34 MPa

ZH R AR EFIRL S GB/T5099.1-2017 FRERIER, 5.

After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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