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Batch inspection quality certificate for seamless steel cylinders
WGII279-80-23.2A

JER4E # Bottom structure:

#1384 AT IESR 5 Manufacturing licence number:
#1145 H.4% Manufacturing company:

(2021.11.11)

MUEE OMER O EE O

T152210K24-2026

2 R AN B DU AR 17 PR 2\ 7] Anhui Clean Encrgy Co., Ltd.

A3t 45 Batch No.: PB164 flil3¢ F1 38 Manufacturing Date: _2025.10
P AEE LS Standard: _GB/T 5099.1-2017
ARSI 112 K, HwSNA_o001 HF 112 5
S MR A5k AR AR
Number Thread Filling medium Qualified quantity
PB164003-PB164112 PZ39 IG-100 110

001 (FIEHEREIREE) . 002 KRR

number:

V£ Remark: AHLA S A E T FIM -5 This batch cylinders don’t contain following

1 FEEAREIE Main technical data

AMITAEES (MPa) - JKERIE /7 (MPa) —
Nominal WP Hydrostatic TP
AMKER (L - [EREES (MPa) -
Nominal Volume Leakage TP
ARER (mm) 179 B (mm) | s
Nominal Diameter Design Wall Thickness '

2 F&HE Main Material

%3] Type &7 M2 Name

RS, #H& Type

EAE#} Cylinder Material | 34CrMo4 To444ME seamless steel tube $279%7.8
3 AL AL Main Material Chemical Composition
JG# Element | C Si Mn Cr Mo S P S+P Ni Cu
EH451ME% | 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~
<0.010 | <0.015 | <0.020 | <0.30 <0.20

AQL 0.37 0.35 0.90 1.20 0.30
SbRE %

Actual 0.324 | 0.250 ( 0.758 | 1.033 | 0.201 | 0.002 0.007 0.009 | 0.036 0.020
Content
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Anhul Clean Energy Co.,Ltd

4 J1¥ Rk Mechanical Property

#4b 3 97 3\ Heat Treatment Method

K Quenching + [7] ’k Temper

g . JEARGRE | . —
LS TR Yie’l L | Wi HlrleAL e
Inspection | Tensile Strength Elongation Impact value i
Strength 180°
Item Rm (MPa) A (%) akv (J/cm?)
Rea (MPa)
AfbrvEAQL |  >910,<1100 >770 >14 Ie/h>32 | Fi>40 Al
-1
RS
B 1037.8/1023.6 | 935.4/926.8 | 15.3/15.1 90 92 Acceptance

Actual Results

5 JRBf#¥ Bottom Anatomy
AL M RIEE REL KB, SRR EFEER.

6 7K EARAIREE Bursting Test

%% 5 Serial No.: PB164002 SEL¥lI#EMH k77 Bursting Pressure:
HE O Shape of crevasse: ¥ o

68.95

Aty
v YA\

ZHE AR B FIRIG S GB/T5099.1-2017 ARMEMER, &H.
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.

MPa

R HITA:
Approved by:
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