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SR Cylinder type:

45 NO: ZMSPIH067
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Batch inspection quality certificate for seamless steel cylinders
Wz 1] 267-80-15A

4 185 Product drawing

R SE 1) Bottom structure:

No.:

LD-QP1.TY-J-02

(2021.07.15)

MIEIEOMZE OH JEE OXURE

H3% W TIESR 5 Manufacturing licence number: TS2210K24-2026
#3s BA, Manufacturing company: 2 f(4ka) (i AR 1 IE A 5] Anhui Clean Enerey Co.. Ltd.
é;?kﬁt%- Batch No.: _PHO067 il3%& H ¥ Manufacturing Date: _2025.11
7= AR S Standard: _GB/T 5099.1-2017
AR AL 26 R, S5 M_001  S5ZE 026 5
ST R HRAE A iR BRI A L
Number Thread Filling medium Qualified quantity
PH067003-PH067026 Pz27.8 ikt 24

¥ Remark :
001 (F1%tER

number:

A ERHSMMP AR E TFIS This batch cylinders don’t contain following
BRI . 002 CGKEBHGRL)

1 FERARFER Main technical data

ABIAER A (mPa) " KEREE R F7 (MPa) .
Nominal WP Hydrostatic TP '
NFOKER (L o0 SRR (MPa) =
Nominal Volume Leakage TP
AFREZE (mm) o EFEEEL (mm) -
Nominal Diameter Design Wall Thickness )
2 E & Main Material
55 Type 2R S Name RIE L HUR Type
WM H$L Cylinder Material | 37Mn L4844 seamless steel tube 0267%6.0
3 ’£1?M/M M & %4> Main Material Chemical Composition
C Si Mn Cr Mo S P S+P Ni Cu
Element
Alitbidt% | 034~ | 0.10~ | 1.35~
<0.30 | / | <0.010 | <0.015 | <0.020 | <0.30 | <0.20
AQL 0.38 0.30 1.75
PR E %
Actual 0.355 | 0.265 | 1.583 | 0.057 | / | 0.002 | 0.008 | 0.010 | 0.019 | 0.022
Content
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Anhul Clean Energy Co.» Ltd.

4 F7%:¥:fiE Mechanical Property
# b3 7730 Heat Treatment Method

P54k Quenching+ [ ‘X Temper

: JFd IR )8
IS PURLBRE il W7 J5 i < 28 M {E YT Bend
Inspection | Tensile Strength Elongation | mpact value
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
&bt AQL |  >760,<1030 >645 >14 |28 | P35 |
3| 4t DM
PRYIELES
863.7/853.2 769.7/767.2 | 15.7/15.5 87 89 Acceptance
Actual Results

5 JiEEBA#EY Bottom Anatomy
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6 AKEMRTLIRLE Bursting Test

435 Serial No.:
BET O Shape of crevasse:

PH067002 SEill#4&7 J& /7 Bursting Pressure:
YRR, TR, BEOITRIRFFEARAETER

ZAt AR A AR A GB/T 5099.1-2017 FRiEHIEK, &

After inspection and tests,

requirements of GB/T 5099.1-2017 and acceptable.
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Superintendpfit:

R HAFAN: 52
Approved by:

2225 || A2 H

JeJRAFANG, SRR FFE R EE R,

46.30 MPa

Products of this batch are according to the




